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DRAI NAGE LAYER
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NOTE: This gui de specification covers the
requirenents for a drai nage | ayer under roads,
streets and airfield pavenents.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Comment s and suggestions on this guide specification
are wel come and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnmitted as
a Citeria Change Request (CCR)

Thi s gui de specification includes tailoring options
for RDM cenent or bitum nous stabilized OGM and
OGM wi th choke stone. The notes under Table |
shoul d be renunbered accordingly. Selection or
desel ection of a tailoring option will include or
exclude that option in the section, but editing the
resulting section to fit the project is stil

required.
EE IR I Sk S S I S S S S R R Rk S I S Sk S kR R S I Ik S S I R Rk I I O S

PART 1 GENERAL

1.1 UNI T PRI CES

Rk Rk kR IR R R Sk O kb S O I AR R R R Rk O ok O O R IR I bk S A R

NOTE: This paragraph will be del eted when the work
is covered by a | unp-sum contract price
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1.1 Measur ement

Deductions will be nmade for any material wasted, unused, rejected, or used
for the conveni ence of the Contractor.

.1.1.1 Aggregate Drai nage Layer Materi al

Measure the quantity of aggregate drainage |ayer material, conpleted and
accepted, in cubic neters yards. Determine the volune of aggregate

drai nage | ayer material, in place and accepted, by the average job

t hi ckness obtained in accordance w th paragraph TH CKNESS CONTROL and the
di mensi ons indicated. The choke stone shall be considered as part of the
drai nage | ayer thickness and shall not be measured separately.

.1.1.2 Bi t um nous or Cenent Stabilized Drai nage Layer

Measure the quantity of bitum nous or cenent stabilized drai nage | ayer
material, conpleted and accepted, in metric 2000 pound tons, excluding the
wei ght of the asphalt or portland cenment used in the mx

.1.1.3 Bi t um nous Materia

Measure the quantity of asphalt cenent, used in the bitum nous stabilized
m x, by the nunmber of liters gallons of material used in the accepted work
corrected to liters at 16 degrees C gallons at 60 degrees F in accordance
with ASTM D 1250

.1.1.4 Cenentitious Materia

Measure the quantity of portland cenment, used in the cenent stabilized mx
by the nunmber of 50 kil ogram short hundred-wei ght (cwt) units of cenent
used in the accepted work.

1.2 Paynment

The quantities of drainage | ayer aggregates and bitum nous or cenentitious
materi als, as specified above, will be paid for at the contract unit
prices, which will constitute full conpensation for the construction and
conpl etion of the drainage |ayer, including the test section, and the
furni shing of all other necessary |abor and incidentals.

.1.3 \Waybills and Delivery Tickets

Submit copies of waybills and delivery tickets during the progress of the
work. Before the final paynment is allowed, file certified waybills and
certified delivery tickets for all aggregates, bitum nous, and cenentitious
mat eri al s actual ly used.

2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.
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Use the Reference Wzard's Check Reference feature
when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN ASSCCI ATI ON OF STATE HI GHMAY AND TRANSPORTATI ON OFFI Cl ALS

( AASHTO)
AASHTO M 320 (2009) Performance- Gaded Asphalt Bi nder
AASHTO T 102 (2009) Spot Test of Asphaltic Materials

ASTM | NTERNATI ONAL (ASTM

ASTM C 117 (2004) Standard Test Method for Materials
Fi ner than 75-um (No. 200) Sieve in
M neral Aggregates by Washi ng

ASTM C 131 (2006) St andard Test Method for Resistance
to Degradation of Snall-Size Coarse
Aggregate by Abrasion and I npact in the
Los Angel es Machi ne

ASTM C 136 (2006) Standard Test Method for Sieve
Anal ysis of Fine and Coarse Aggregates
ASTM C 150/ C 150M (2009) Standard Specification for Portland
Cenent
ASTM C 29/ C 29M (2007) Standard Test Method for Bul k
Density ("Unit Weight") and Voids in
Aggr egat e
ASTM C 595/ C 595M (2008a) Standard Specification for Bl ended

Hydraul ic Cenents

ASTM C 88 (2005) Standard Test Method for Soundness
of Aggregates by Use of Sodium Sul fate or
Magnesi um Sul fat e

ASTM D 1250 (2008) Standard Guide for Use of the

Pet r ol eum Measur enent Tabl es
ASTM D 140/ D 140M (2009) Sanpling Bitum nous Materials
ASTM D 2172 (2005) Quantitative Extraction of Bitunen

from Bi tunm nous Paving M xtures
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ASTM D 2487 (2006e1) Soils for Engi neering Purposes
(Unified Soil O assification Systen

ASTM D 3381 (2009) Viscosity-Gaded Asphalt Cenment for
Use in Pavenent Construction

ASTM D 4791 (2005e1) Flat Particles, Elongated
Particles, or Flat and El ongated Particles
i n Coarse Aggregate

ASTM D 6307 (2005) Asphalt Content of Hot M x Asphalt
by Ignition Method

ASTM D 6938 (2007a) Standard Test Method for In-Place
Density and Water Content of Soil and
Soi | - Aggregat e by Nucl ear Met hods (Shal |l ow
Dept h)

ASTM D 75/ D 75M (2009) Standard Practice for Sanpling
Aggr egat es

ASTM D 946 (2009) Penetration-G aded Asphalt Cenent
for Use in Pavenent Construction

NATI ONAL | NSTI TUTE OF STANDARDS AND TECHNOLOGY (NI ST)

NI ST IR 91-4756 (1998) Laboratory Accreditation Activities
in the United States

1.3 SYSTEM DESCRI PTI ON
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NOTE: The Designer will select the appropriate
drai nage | ayer materials, delete the other

subpar agraphs, and edit the specification
accordingly. The intent is to allow the Contractor
all possible material options.

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

Buil d a drai nage | ayer under the pavenments, as indicated on draw ngs,
consisting of [Rapid Draining Material (RDM][Open G aded Materia
stabilized with a choke stone][ Open Graded Material stabilized with cenent
or bitum nous].

1.3.1 Equi pnent

EE R R R S I R R I R R R S R R R R R S R R I R I R R R R R R R R

NOTE: |If desirable, include requirenents for
specific types of equi pnent applicable to nmethods of
construction based on | ocal conditions.

IR E R R E R RS EEEEEREEEEEEEEEREEREREEEREEEEEEREEEEEEEREEEEEEEEEEEEEEREEEEEEREEEEE SRS

Al'l plant, equipnent, and tools used in the performance of the work will be
subj ect to approval before the work is started and shall be maintained in
satisfactory working condition at all tines.
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1.3.2 Pl acenent Equi pnent

Use an asphalt paving machine to place drainage |layer material. Alternate
nmet hods may be used if it can be denpnstrated in the test section that
these nethods obtain the specified results.

1.3.3 Conpacti on Equi prent

Use a dual or single snmooth 10 netric- 2000 | b- tons (mn.) vibratory drum
roller, which provides a maxi nrum conpactive effort wi thout crushing the
drai nage | ayer aggregate, to conpact drainage |ayer nmaterial.

1.3.4 Bi t um nous M xi ng Pl ant

Provi de a bitum nous mxing plant that is an automatic or sem automatic
controlled, comrercially manufactured unit capable of producing a

bi tum nous stabilized aggregate m xture consistent with the job-nmix fornula
(JIMF).

1.3.5 Cementitious M xing Plant

Provide a cementitious mxing plant that is an automatic or sem automatic
controll ed, comercially manufactured unit capable of producing a cenent
stabilized aggregate m xture consistent with the job m x formula deternined
by the Governnent. Aggregate and cenent shall be dry m xed sufficiently to
prevent cement balls fromform ng when water is added.

1.4 SUBM TTALS

EE R R R S I R I R I I R R S R R R R R R S R R I R I R R R R S R R R

NOTE: Review subnittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submttals
required for the project. Submttals should be kept
to the mininmumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the subnmittal tags nay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO' for
Resident O fice; and "PO' for Project Office. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
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and NASA projects, or choose the second bracketed
itemfor Army projects.

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

CGovernment approval is required for submttals with a "G' designation
submittals not having a "G' designation are for [Contractor Quality Contro
approval .] [information only. Wen used, a designation followi ng the "G'
designation identifies the office that will review the submttal for the
CGovernment.] Submit the followi ng in accordance with Section 01 33 00
SUBM TTAL PROCEDURES

SD- 03 Product Data
Waybi I I's and Delivery Tickets

Certified waybills and delivery tickets for all aggregates,
bi tum nous, and cenentitious materials actually used.

SD- 06 Test Reports
Sanmpling and Testing

Copies of field test results within 24 hours of conpletion of
tests.

Approval of Materials[; C[; G [___ 11
Mat eri al sources and material test results prior to field use.
Eval uati on
Test section construction report.
5 QUALI TY ASSURANCE
5.1 Sanpl i ng and Testi ng

Sanpling and testing are the responsibility of the Contractor to be
performed by an approved comercial testing |aboratory, or by the
Contractor subject to approval. |If the Contractor elects to establish
testing facilities of its own, approval of such facilities will be based on
conpliance with NIST IR 91-4756, and no work requiring testing will be
permtted until the Contractor's facilities have been inspected and
approved. The first inspection of the facilities will be at the expense of
the CGovernment and any subsequent inspections required because of failure
of the first inspection shall be at the expense of the Contractor. Such
costs will be deducted fromthe total amount due the Contractor. Test

drai nage | ayer nmaterials to establish conpliance with the specified
requirenents.

.5.2 Sanpl i ng

Take aggregate sanples in accordance with ASTM D 75/ D 75N. Take bitum nous
sanpl es in accordance with ASTM D 140/ D 140N. Take bitum nous or cenent
stabilized m xture sanpl es using nmethods approved by the Contracting
Oficer.
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1.5.3 Test Met hods
1.5.3.1 Si eve Anal yses
Make sieve analyses in accordance with ASTM C 117 and ASTM C 136

1.5.3.2 Density Tests

Rk Rk kR R Rk O kR R SR S R Rk S Sk O o O R R O I R I R R

NOTE: Nucl ear gauge density testing may not be
accurate for gradations of RDMwith a small

percentage of fines. The testing may still indicate
segregati on or consistency in placenent of the
mat eri al

Rk R Sk kR R R Sk O kI S S S R R A Ik O R Rk S S S R R I R

Performfield density tests for RDM drai nage | ayers in accordance wth
ASTM D 6938 by Direct Transmi ssion Method for the full depth of the lift,
use ASTM D 6938 to determ ne the noisture content of the aggregate drainage
| ayer material. Check the calibration curves furnished with the noisture
gauges along with density calibration checks as described in ASTM D 6938
The calibration checks of both the density and npisture gauges shall be
nmade by the prepared containers of nmaterial nethod, as described in
paragraph "Calibration" of ASTM D 6938, on each different type of materia
being tested at the beginning of a job and at intervals as directed by the
Contracting Oficer.

1.5.3.3 Soundness Test
Perform soundness tests in accordance with ASTM C 88.
1.5.3.4 Los Angel es Abrasion Test
Perform Los Angel es abrasion tests in accordance with ASTM C 131.
1.5.3.5 Flat or Elongated Particles Tests
Perform flat and/or elongated particles tests in accordance with ASTM D 4791.
1.5.3.6 Fractured Faces Tests
When aggregates are supplied fromcrushed gravel, use approved test nethods
to ensure the aggregate neets the requirenents for fractured faces in
par agr aph AGGREGATES.
1.5.3.7 Bi t unen Cont ent

Perform bi tunen extraction tests in accordance with ASTM D 2172 or ignition
tests in accordance with ASTM D 6307

1.5.4 Initial Tests
Perform one of each of the following tests on the proposed material, prior
to comenci ng construction, to denonstrate that the proposed material neets
all specified requirenents when furnished. |f materials fromnore than one
source are going to be utilized, conplete the following tests for each
source.

a. Sieve Analysis including 0.02 nv 0.02nmr size nmaterial.
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b. Flat and/or elongated particles
c. Fractured Faces
d. Los Angel es abrasion.
e. Soundness.
5.5 Testing Frequency
551 Aggregate Layer

Performfield density and noisture content tests at a rate of at |east one
test for every [2000] [__ ] square meters yards of conpleted area and not
| ess than one test for each day's production. Si eve anal yses shal |l be
performed at a rate of at |east one test for every [6000] [_ ] square
neters yards of conpleted area. Perform soundness tests, Los Angel es
abrasion tests, fractured faces tests and flat and/or elongated particles
tests at the rate of one test for every 12,000 square meters square yards
of producti on.

.5.5.2 Stabilized Layer

Perform si eve anal yses on aggregates prior to addition of asphalt or
portland cement, at a rate of at |least one test for every [6000 ] [__ ]
square meters yards of conpleted area and not |ess than one test for each
days production. Make extraction tests on bitum nous stabilized materia
at the sane frequency. Perform soundness tests, Los Angel es abrasion
tests, fractured faces tests, and flat and/or elongated particles tests at
the rate of one test for every 12,000 square neters yards of production

.5.6 Approval of Materials

.5.6.1 Aggr egat e

Sel ect the aggregate source at least [60] [__ ] days prior to field use
in the test section. Tentative approval of the source will be based on
certified test results to verify that nmaterials proposed for use neet the
contract requirenments. Final approval of both the source and the materi al
wi Il be based on test section performance and tests for gradation,
soundness, Los Angel es abrasion, flat and/or el ongated particles tests and
fractured faces tests. For aggregate drainage |ayer materials, perform
these tests on samples taken fromthe conpl eted and conpacted drai nage

| ayer course within the test section. For bitum nous or cenent stabilized
drai nage | ayer material, performthese tests on aggregate sanples taken
prior to addition of bitum nous or cementitious material and subsequent

pl acenent in the test section

.5.6.2 Bi tum nous or Cementitious Materials

Submt bitum nous or cenentitious sources and certified material test
results for approval not |less than [60] [ ] days prior to field use in
the test section

.6 ENVI RONMVENTAL REQUI REMENTS

Pl ace drai nage | ayer material when the atnospheric tenperature is above 2
degrees C 35 degrees F. Correct areas of conpleted drai nage | ayer or
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underlying courses that are danaged by freezing, rainfall, or other weather
conditions or by contam nation from sedi nents, dust, dirt, or foreign
material to neet specified requirenents.

PART 2 PRODUCTS

2.

2.

1 GOVERNVMVENT  APPROVAL

Asphalt or cenent stabilized material will require Government notification
and delivery of approved materials in accordance wth paragraph Bl TUM NOUS
OR CEMENT STABI LI ZED JOB- M X FORMULA.

.2 AGGREGATES

Provi de aggregates consisting of clean, sound, hard, durable, angul ar
particles of crushed stone, crushed slag, or crushed gravel which neet the
specification requirenments. Slag shall be an air-cool ed, blast-furnace
product having a dry weight of not |ess than 1040 kg per cubic neter 65 pcf
determned by ASTM C 29/ C 29N. Provide aggregates free of silt and clay as
defined by ASTM D 2487, vegetable matter, and other objectionable materials
or coati ngs.

2.1 Aggregate Quality

EZE IR R R S I R R I I O R R R Ok S R R I R R R I O R O O

NOTE: A percentage of |oss on abrasion of 40 will
be used except that a value up to 50 percent may be
used where experience with local materials indicates
such an increase is justified. A percentage of
soundness | oss of 18 has proven effective in many
localities. The Designer will insert in the blank
spaces the applicable |osses in percent for the
specific job based on the know edge of both coarse
and fine aggregates in the areas that have been
previ ously approved and have a satisfactory service
record for at least 5 years. The percent of
fractured faces may be reduced to 75 if the required
CBR is 50 or |ess.

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

The aggregate shall have a soundness |oss not greater than [18] [ ]
percent wei ghted averaged at 5 cycles when tested in magnesiumsulfate in
accordance with ASTM C 88 and a percentage of | oss on abrasion not to
exceed [40] [__ ] after 500 revolutions as deternined by ASTM C 131
Determ ne the percentage of flat and/or elongated particles by ASTM D 4791
with the following nodifications: 1) The aggregates shall be separated
into 2 size fractions, particles greater than 12.5 mr 1/2 inch sieve and
particles passing the 12.5 mr 1/2 inch sieve and retained on the 4.75 mr
No. 4 sieve. 2) The percentage of flat and/or elongated particles in either
fraction shall not exceed 20. 3) A flat particle is one having a ratio of
width to thickness greater than 3; an elongated particle is one having a
ratio of length to width greater than 3. 4) Wen the aggregate is supplied
fromnore than one source, aggregate from each source shall neet the
specified requirenents. Wen the aggregate is supplied fromcrushed grave
it shall be manufactured from gravel particles, 90 percent of which by

wei ght are retained on the maxi mumsize sieve listed in TABLEI. 1In the
portion retained on each sieve specified, the crushed gravel shall contain
at least [90] [75] percent by weight of crushed pieces having two or nore
freshly fractured faces with the area of each face being at |east equal to
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2.

75 percent of the snmallest mdsectional area of the face. Wen two
fractures are contiguous, the angle between planes of the fractures nust be
at least 30 degrees in order to count as 2 fractured faces.

2.2

Gradation Requirenents

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

NOTE: The gradation or gradations applicable to the
specific job will be specified. The designer wll
select rapid draining material (RDM and/or open
graded nmaterial (OGW depending on the required
perneability and material availability. RDM should
provide a perneability of 300 to 1500 neters (1000
to 5000 feet) per day. OGM should provide a
permeability greater than 1500 neters (5000 feet)

For

Option

per

day. RDMis well graded enough to be stable to

work on, however OGMwi ||l require choke stone,
asphalt cenment, or portland cenent for stability.

The

gradation for the choke stone nmatches ASTM

gradation No. 8.

roads, where the drainage path is short and a perneability of 300
meters (1000 feet) per day is adequate, the Contractor can be pernitted
to use the followi ng Optional Table I. Add the following "Note 5. The

al Tabl e

| gradation can be neet in some areas with 77% #57 stone

and 23% concrete sand bl end. "

50.
37.
25.
19.

Des

-
cCorNRON

OPTI ONAL TABLE |
GRADATI ON OF DRAI NAGE LAYER MATERI AL
Per cent age by Wi ght Passing Square- Mesh Sieve

Si eve Rapi d Drai ni ng

Desi gnati on Mat eri al ( RDM

OO mMm 100

50 mm 95- 100

00 mm 70- 100

00 mm 60- 100
.50 mm 50- 76
.50 mMm 40- 65
.75 mm 20- 45
.36 mMm 17-30
.18 mm 5-16
.30 mMm 0-5

15 mm 0-2.5

OPTI ONAL TABLE 1.
GRADATI ON OF DRAI NAGE LAYER MATERI AL
Per cent age by Wi ght Passi ng Square- Mesh Sieve
Si eve Rapi d Drai ni ng
i gnation Mat eri al (RDM
2 inch 100

1-1/2 inch 95-100
1 inch 70- 100
3/4 inch 60- 100
1/2 inch 50- 76

SECTION 32 11 10 Page 12



OPTI ONAL TABLE 1I.
GRADATI ON OF DRAI NACE LAYER MATERI AL

Percent age by Wi ght Passi ng Square- Mesh Sieve

Si eve Rapi d Draini ng

Desi gnati on Mat eri al (RDV)
2 inch 100
3/8 inch 40- 65
No. 4 20- 45
No. 8 12- 30
No. 16 5-16
No. 50 0-5

No. 100 2-2.5

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

Drai nage | ayer aggregates shall be well graded within the linmts specified

in TABLE I.
TABLE |. GRADATI ON OF DRAI NAGE LAYER MATERI AL
Percent age by Wi ght Passi ng Square- Mesh Sieve
Si eve Rapid draining Open G aded Choke oe
Desi gnati on Material (RDM Material (OGV) Stone Stabilized
37.50 mm 100 100 100 100
25.00 nm 70- 100 95-100 100 95-100
19. 00 mMm 55-100 --- 100 ---
12.50 mm 40- 80 25-80 100 25-80
9.50 mm 30- 65 --- 80- 100 ---
4.75 mm 10-50 0-10 10- 100 0-10
2.36 mMm 0- 25 0-5 5- 40 0-5
1.18 mm 0-5 --- 0-10 ---
TABLE 1. GRADATI ON OF DRAI NAGE LAYER MATERI AL
Percent age by Wi ght Passi ng Square- Mesh Sieve
Si eve Rapid draining Open G aded Choke oe
Desi gnhati on Material (RDM Material (OGV) Stone Stabilized
1-1/2 inch 100 100 100 100
1 inch 70- 100 95- 100 100 95- 100
3/4 inch 55-100 --- 100 ---
1/2 inch 40- 80 25-80 100 25-80
3/8 inch 30- 65 --- 80- 100 ---
No. 4 10-50 0-10 10- 100 0-10
No. 8 0- 25 0-5 5-40 0-5
No. 16 0-5 --- 0-10 ---
NOTE 1: The values are based on aggregates of uniformspecific gravity,

and t he percentages passing the various sieves may require appropriate
correction by the Contracting O ficer when aggregates of varying specific
gravities are used.

NOTE 2

Choke stone is required to stabilize the OGM for constructability
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of the overlying layer. |[If approved by the COR the OGM can be constructed
wi t hout choke stone, provided equi pnment is not operated on the finished
surface of the OGM Choke stone shall be made up of hard, durable, crushed
aggregate having 90 percent of the stone with fractured faces. The
gradation for the choke stone shall be based on the following criteria:

a. The ratio of the D15 of the OGMto the D15 of the choke stone shal
be | ess than 5.

b. The ratio of the D50 of the OGMto the D50 of the choke stone shal
be greater than 2.

NOTE 3: For RDM the coefficient of uniformty (CU) shall be greater than
3.5. (CU = D60/D10). The Contractor is responsible for adjusting the RDM
gradation within the ranges listed in Table | to provide a stable
construction surface for the proposed equi pnent and nethod of transporting
materials or the drainage | ayer can be stabilize with portland cenent or
asphalt at no additional cost to the governnent, if approved during the
test section.

NOTE 4: Asphalt cenment or portland cenent will be required to stabilize
the OGM

.3 Bl TUM NOUS MATERI ALS

Rk Rk S kR R Rk O kR A S R S O o O O R R R Rk o

NOTE: The appropriate type and grade of bitum nous
material will be based on infornation provided in
UFC 3-250-03. Use a grade of asphalt that is
available in the project location. A stiff asphalt
is desirable. On performance graded asphalt
nodi fi ers should not be required and the | ow
tenperature grade of -28 should be adequate for
typi cal projects.

EE R R R S I R R I R I R R S R R R R R R S I R I R I R I R R R R R R O

Asphalt cerment to be m xed with aggregates shall conformto [ ASTM D 946
Penetration Grade [ ]] [ASTM D 3381 viscosity G ade AASHTO M 320PG

[ ]1. 1In addition, the asphalt cenment shall show a negative spot when
subj ected to the spot test in accordance with AASHTO T 102, using the

st andard napht ha specifi ed.

.4 CEMENTI TI QUS MATERI ALS

Portland cenment to be mixed with aggregates shall conformto |
ASTM C 150/ C 150N, Type I, 1A, Il or I1A] [ASTM C 595/ C 595V, Type IS or IS

(A1
.5 BITUM NOUS OR CEMENT STABI LI ZED JOB-M X FORMULA

The bitum nous stabilized m x shall consist of a mxture of OGM and a

m ni mum of 2 percent asphalt cenent by weight. Tolerances for bitum nous
stabilized material shall be maintained for field production at plus or

m nus 0. 25 percent for asphalt cenment and plus or ninus 14 degrees C 25
degrees F for mxing tenperatures. The cenent stabilized m x shall consist
of OGM and a minimum of 90 kg 200 pounds of portland cenment per cubic neter
yard with a water/cenent ratio of 0.37. Based on the test section
performance, the Contractor shall be responsible for adjustnents
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(i ncreases) in asphalt cenment or portland cenent quantities to ensure the
stabilized drainage layer will not rut or be disturbed by the Contractor's
proposed pavi ng nmethod. Submt a job-mx formula (JMF) with the test
section report for Contracting O ficer approval

PART 3 EXECUTI ON

3.

1 STOCKPI LI NG AGGREGATES

St ockpi | e aggregates at | ocations designated by the Contracting O ficer.
Clear and | evel stockpile areas prior to stockpiling aggregates to prevent
segregation and contam nation. Aggregates obtained fromdifferent sources
shal | be stockpiled separately.

.2 TEST SECTI ON

2.1 Dat a

Construct a test section to evaluate the ability to carry traffic,

i ncludi ng pl acenent of overlaying material and the constructability of the
drai nage | ayer including required mxing, placement, and compaction
procedures. Test section data will be used by the Contracting Oficer to
val i date the required nunber of conpaction passes given in paragraph
Conpaction Requirenments and the field dry density requirenents for ful
scal e production.

.2.2 Schedul e/ Eval uati on

Construct the test section a mininumof [30] [__ ] days prior to the
start of full scale production to provide sufficient tinme for an eval uation
of the proposed materials, equipnent and procedures including Government QA
testing.

.2.3 Locati on and Size

Pl ace the test section [inside the production paving |imts][outside
production paving limts in an area with simlar subgrade and subbase
conditions approved by the Contracting Oficer]. The underlying courses
and subgrade preparation, required for the paverment section, shall be

conpl eted, inspected and approved in the test section prior to constructing
the drainage |layer. The test section shall be a mininumof [30] [__ ] m
[100] [ ] feet long and two full paving | anes w de side by side.

.2.4 Initial Testing

Provide certified test results, approved by the Contracting Oficer prior
to the start of the test section, to verify that the materials proposed for
use in the test section neet the contract requirenents.

.2.5 M xi ng, Pl acenent, and Conpacti on

Acconplish m xing, placenent, and conpaction using equi pmrent neeting the
requi renents of paragraph EQU PVMENT. Conpaction equi pnent speed shall be
no greater than 2.4 knihour 1.5 nph. Start conpaction fromthe outside
edges of the paving | ane and proceed to the centerline of the Iift being

pl aced. The roller shall stay a m nimum of one half the roller width from
the outside edge of the drainage |ayer being placed until the desired
density is obtained. The outside edge shall then be rolled.
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3.2.6 Procedure
3.2.6.1 RDM Aggr egat e Drai nage Layer Tests

Construct the test section with aggregate in a wet state so as to establish
a correlati on between nunber of roller passes and dry density achievabl e
during field production. Designate three separate areas within the test
section, test each area for density, noisture, and gradation. Conplete all
testing in the mddle third of the test section being placed. Conduct
density and noisture content tests in accordance with ASTM D 6938. Conduct
sieve analysis tests on sanples, taken adjacent to the density test

| ocations. Take one set of tests (i.e. density, noisture, and sieve

anal ysis) before the third conpacti on pass and after each subsequent
compacti on pass at three separate locations as directed by the Contracting
Oficer. Define a pass as the novenent of a roller over the drainage |ayer
area for one direction only. Conpaction for the RDM shall consist of a
maxi mum of 5 passes in the vibrating state and one final pass in the static
state. Continue conpaction passes and density readings until the

di fference between the average dry densities of any two consecutive passes
is less than or equal to 16 kg per cubic nmeter 1.0 pcf.

3.2.6.2 Bi t um nous/ Cenent Stabilized Drai nage Layer

Construct the test section with the sane equi pnent used for production.
Designate three separate areas within the test section for sanpling.
Conplete all testing in the middle third of the test section being placed.
The Contracting O ficer will performvisual exam nation of each sanple to
determine if and when crushing of aggregate occurs. Take one sanple before
conpacti on and after each subsequent conpaction pass at three separate

| ocations as directed by the Contracting Officer. Continue conpaction for
a maxi mum of 6 passes. Define a pass as the novenent of a roller over the
drai nage | ayer area for one direction only. Placenent procedures and

equi prent shall be as described herein. The Contracting Oficer wll
determ ne the nunber of passes required for conpaction fromthe test
section.

3.2.6.3 OGM wi t h Choke Stone

Construct the test section with aggregate in a nmoist state. When the OGMV
gradation is used, density testing is not required, only gradation testing
is required. Designate three separate areas within the test section for
sanpling. Conplete all testing in the mddle third of the test section
bei ng placed. The maxi num nunmber of passes per lift shall be 8 Define a
pass as the novenent of a roller over the drainage |ayer area for one
direction only. Placenent procedures and equi prment will be as descri bed
herein. Conduct sieve analysis tests on sanples. Take one set of sieve
tests before the third conpaction pass and after each subsequent conpaction
pass at three separate |ocations as directed by the Contracting O ficer.
Conpaction for the OGM shall consist of first 5 passes in the vibrating
state and one final pass in the static state. The Contracting O ficer wll
determ ne the nunber of passes required for production fromthe results of
the test section. |f choke stone is used to stabilize the surface of OGV
pl ace the choke stone after final static conpaction of the OGM Spread the
choke stone in a thin layer no thicker than 13 mr 1/2 inch and worked into
the surface of the OGM using two additional passes of a vibratory roller
and wetting. Sieve testing is not required after the conpaction of the
choke stone.
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3.

3.

2.7 Eval uati on

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

NOTE: The Designer will evaluate the data fromthe
test section. To do this for RDM aggregate drai nage
layer material, it is suggested that the in-place
density and percent passing the 4.75 mm (No. 4) and
1.18 mm (No. 16) sieve sizes be plotted agai nst

cumul ati ve passes. Wth these results, the
designer should try to maxim ze dry density while

m ni m zi ng aggregat e degradation. Cenerally, after
between 3 and 6 passes, only slight increases in dry
density (16 kg per cubic neters (1.0 pcf)) will be
achieved. At this point the neasured field density
is at or near the optinmm density obtainable for
this material, for the given field conditions and
the nunber of roller passes at this point can be
determned. |f local experience indicates nore than
6 passes nmaybe required, edit the specification
accordingly. The Contractor is required by the
specification to to use 4 vibratory and one static
roll er passes on the drainage material. |If the test
section indicated nore or less is rolling is
appropriate, a field nodification should be
witten.. The required field dry density should be
set slightly lower than this optinumfield dry
density. It is suggested that the field dry density
be set at 98 percent of the optinmum density obtai ned
in the test section. The data on the percent
passi ng should be | ooked at closely to determine if
degradation of the aggregate is occurring. |If the
percent passing the given sieve sizes is increasing,
then the aggregate is being broken down by the
conpaction effort. |If this is occurring, selection
of a field control density will be nore difficult.
The field density selected will have to be bal anced
bet ween aggregate degradation, dry density and
stability of the drainage |ayer surface. Stability
of the layer surface should take precedence. For OGM
material with a choke stone drainage |ayer, plot
cunul ati ve passes agai nst sieve anal yses and watch
for degradation simlar to the RDM For bitum nous
or cenment stabilized drainage |ayer material, the
requi red nunber of passes should be based on visua
observations by the designer in the field test
section of degradation in lieu of sieve anal yses.

EE R I R R S I R I R R I R R R R R R R R S R R I R R R S R R R R R O

Wthin 10 days of conpletion of the test section, subnit to the Contracting
Oficer a Test Section Construction Report conplete with all required test
data and correlations. The Contracting Oficer will evaluate the data and
val idate the required nunber of passes of the roller, the need for a fina
static pass of the roller, and provide the dry density for field density
control during construction.

3 PREPARATI ON OF UNDERLYI NG COURSE
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NOTE: Retain only the reference to the
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specification section that covers the preparation of

t he underlying course for the particul ar project.
EE IR I Sk S S I S S S S R R R Rk S I S Sk S I I R S Ik S I R Sk I S O R

Prior to constructing the drainage |ayer, clean the underlying course of

all foreign materials. During construction, the underlying course shal
contain no frozen material. The underlying course shall conformto Section
32 11 16.16 SUBBASE COURSES. Correct ruts or soft yielding spots in the
under | yi ng courses havi ng i nadequat e compacti on and devi ati ons of the
surface fromthe requirenents set forth herein by |oosening and renoving
soft or unsatisfactory material and by addi ng approved material, reshaping
to line, and grade, and reconpacting to specified density. The finished
underlying course shall not be disturbed by traffic or other operations and
shall be maintained in a satisfactory condition until the drainage |ayer is
pl aced.

.4 TRANSPORTI NG MATERI AL
.4.1  Aggregate Drainage Layer Materi al

Transport aggregate drai nage |layer material to the site in a manner which
prevents segregation and contam nation of materials.

. 4.2 Bi t umi nous Stabilized Materia

Transport bitum nous stabilized material fromthe mxing plant to the site
in trucks having tight, clean, smooth beds lightly coated with an approved
rel easing agent to prevent adhesion of the stabilized material to the truck
beds. Drain excessive releasing agent prior to |oading. Cover each |oad
wi th canvas or other approved material of anple size to protect the
stabilized material fromthe weather and to prevent |oss of heat. Loads

t hat have crusts of cold, unworkable material or have becone wet wll be
rejected. Hauling over freshly placed material will not be pernmtted

.4.3 Cenent Stabilized Materia

Transport cenment stabilized material fromthe mxing plant to the site in
trucks equi pped with protective covers. Loads that have crusts of

unwor kabl e material or have become excessively wet will be rejected
Haul i ng over freshly placed material will not be permtted
.5 PLACI NG

.5.1 CGeneral Requisites

Pl ace drai nage | ayer material on the underlying course in lifts of uniform
t hi ckness usi ng equi pnent neeting the requirenents of paragraph EQU PMENT.
When a conpacted | ayer 150 mr 6 inches or less in thickness is required,
place the material in a single lift. Wen a conpacted layer in excess of
150 mm 6 inches is required, place the material in lifts of equa

thickness. No lift shall exceed 150 nm 6 inches or be less than 75 mr 3

i nches when conpacted. The |ifts when conpacted after placenment shall be
true to the grades or levels required with the | east possible surface

di sturbance. Were the drainage |layer is placed in nore than one |ift,
clean the previously constructed Iift of |oose and foreign material. Such
adj ustnents in placing procedures or equi prment shall be nade to obtain true
grades and m nim ze segregati on and degradati on of the drainage |ayer
material. Spread choke stone used to stabilize the surface of the OGMin a
thin layer no thicker than 13 mr 1/2 inch. The OGM shall be brought to
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grade and the choke stone placed and rolled as described in paragraph; TEST
SECTI ON

.5.2 Pl acenent of Stabilized Materia
Bi tum nous stabilized nmaterial having tenperatures |ess than 80 degrees C

175 degrees F when dunped into the asphalt paving nachine will be
rejected. Adjust the paving machine so that the surface of the lift being

laid will be smooth and continuous w thout tears and pulls. Correct
irregularities in alignnment of the lift left by the paving nachi ne by
trimming directly behind the nmachine. |Imediately after trinmm ng,

thoroughly conpact the edges of the lift by a nethod approved by the
Contracting Officer. Distortion of the lift during tanping will not be
permtted. |If nore than one lift is required, offset the |ongitudina
joint inone lift that in the lift imrediately below by at |least 300 mr 1
foot; however, the joint in the top layer shall be at the centerline of the
pavenent. O fset transverse joints in one |layer by at |east 600 mr 2 feet
fromtransverse joints in the previous layer. Transverse joints in

adj acent strips shall be offset a mininumof 3 nmeters 10 feet. At the end
of each day's construction, forma straight transverse construction joint
by cutting back into the conpleted work to forma true vertical face free
of | oose or shattered material. Renove material along construction joints
not properly conpacted

.5.3 Pl aci ng Adj acent Stabilized Strips

Pl ace the stabilized material in consecutive adjacent strips having a
mnimmw dth of 3 meters 10 feet, except where edge | anes require strips
less than 3 nmeters 10 feet to conplete the area. 1In placing adjacent
strips, the screed of the paving machine shall overlap the previously
placed strip 75 to 100 mm 3 to 4 inches and shall be sufficiently high so
that conpaction will produce a snpboth, dense joint. The stabilized
materi al placed on the edge of the previously placed strip by the paver
shall be pushed back to the edge of the strip being placed. Renove and
wast e excess stabilized nateri al

.5.4 Hand Spreadi ng

Spread by hand drai nage | ayer material in areas where nachine spreading is
inmpractical. The material shall be spread uniformly in a | oose |layer to
prevent segregation. The material shall conformto the required grade and
thi ckness after conpaction.

.6 COVPACTI ON REQUI REMENTS
.6.1 Fi el d Compaction

Base field conpaction requirenents on the results of the test section,
using the materials, methods, and equi prent proposed for use in the work.

.6.2 Nurmber of Passes

Acconpl i sh conpaction using rollers neeting the requirenents of paragraph
EQUI PMENT and operating at a rolling speed of no greater than 2.4 km 1.5
mles per hour. Conpact each lift of drainage material, including

shoul ders when specified under the shoulders, with the nunber of passes of
the roller as follows: for RDM material use 4 passes in the vibratory state
and one in the static. For cenent or Bitum nous stabilized OGM materia

use 3 passes in the vibratory state and one in the static state. For OGM
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stabilized with choke stone use 4 passes in the vibratory state on OGM and
2 additional roller passes on the choke stone in the vibratory state with
wetting. The Contracting Officer will validate the nunber of roller passes
after the test section is evaluated and before production starts.

.6.3 Dry Density

In addition, maintain a mnimumfield dry density as specified by the
Contracting Officer. |If the required field dry density is not obtained,
adj ust the nunber of roller passes in accordance w th paragraph
DEFI Cl ENCI ES. Conpact aggregate in a noisture state as deternmined in the
test section. Excessive rolling resulting in crushing of aggregate
particles shall be avoided. Choke stone used to stabilize the surface of
the OGM shall be worked into the surface of the OGM by two passes of a
vibratory roller and wetting. Begin conpaction of bitum nous stabilized
material imrediately when the material has cooled to 77 degrees C 170
degrees F. Not nore than 30 minutes shall el apse between the start of
nmoi st m xi ng of cenment stabilized material and the start of field
conpaction, which shall be conpleted within 60 mnutes. 1In all places not
accessible to the rollers, conpact the drainage |layer material with
mechani cal hand operated tanpers.

T FI NI SHI NG

Finish the top surface of the drainage |ayer after final conpaction, as
determined fromthe test section. Mike adjustnents in rolling and
finishing procedures to obtain grades and m nim ze segregati on and
degradation of the drainage |ayer naterial.

. 8 CURI NG OF CEMENT STABI LI ZED MATERI AL

Cure the conpleted cement stabilized drainage |ayer with water for a period
of 12 hours follow ng conpletion of conpaction. Conmrence curing operations
within 3 hours after conpaction. Curing shall consist of one of the
following: 1) Sprinkling the surface of the drainage layer with a fine
spray of water every 2 hours for the required 12 hour period, 2) by
continuously saturated burlap or cotton mats, or by continuously saturated
pl astic coated burlap, 3) |Inpervious sheet curing. Curing water shall be

applied so that the cenent paste on the surface of the mixture will not be
eroded. Water trucks will not be permtted on the conpleted cenent
stabilized drainage |ayer. |Inpervious sheeting curing shall consist of al

surfaces being thoroughly wetted and then conpletely covered with the
sheeting. Sheeting shall be at |east 450 mr 18 inches wi der than the
stabilized drainage | ayer surface to be covered. Lay covering with
[ight-colored side up. Lap covering not |ess than 300 mr 12 inches;
securely wei ght covering to prevent displacenent so that it remains in
contact with the surface during the specified |l ength of curing. Coverings
shal | be fol ded down over exposed edges of slabs and secured by approved
neans. Sheets shall be immediately repaired or replaced if tears of holes
appear during the curing period

.9 EDGES OF DRAI NAGE LAYER

Pl ace shoul der material along the edges of the drainage |ayer course in a
quantity that will conpact to the thickness of the | ayer being

constructed. At least 1 nm 3 feet width of the shoulder shall be rolled and
conpact ed sinultaneously with the rolling and conpacting of each lift of

t he drai nage | ayer
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3.10 SMOOTHNESS TEST
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NOTE: A 3.66 m (12 foot) straightedge with the
devi ati ons unchanged may be specified instead of a
3.05 m (10 foot) straightedge, especially if the
pavi ng specifications call for a 3.66 m (12 foot)
strai ght edge

Rk bk b R IR R R O kO b S O R Rk Rk R ok O S O R R R Ik kS I O I b Rk R

The surface of the top lift shall not deviate nore than 10 mr 3/8 inch when
tested with either a 3.05 or 3.66 nl0 or 12 foot straightedge applied
parallel with and at right angles to the centerline of the area to be
paved. Correct deviations exceeding 10 mr 3/8 inch in accordance with

par agr aph DEFI Cl ENCI ES.

3.11 THI CKNESS CONTROL

The conpl eted thickness of the drainage |ayer shall be within 13 mm 1/2 inch
of the thickness indicated. Measure thickness at intervals providing at
| east one neasurenent for each 500 square neters yards of drainage |ayer
Make measurenents in test holes at least 75 mr 3 inches in dianmeter unless
the Contractor can denonstrate, for COR approval, that a steel rod pushed
through the drainage |ayer clearly stops at the material interface. Were
the nmeasured thickness is more than 13 mm 1/2 inch deficient, such areas
shal |l be corrected in accordance w th paragraph DEFI ClI ENCIES. \Where the
measured thickness is 13 mr 1/2 inch nore than indicated, it will be
considered as conformng to the requirenments plus 13 nmr 1/2 inch, provided
the surface of the drainage layer is within 13 mr 1/2 inch of established
grade. The average job thickness shall be the average of all job
nmeasurenents as specified above but within 8 mr 1/4 inch of the thickness
shown on the draw ngs.

3.12 DEFI Cl ENCI ES
3.12.1 Grade and Thi ckness

Correct deficiencies in grade and thickness so that both grade and

thi ckness tolerances are met. Thin layers of material shall not be added
to the top surface of the drainage | ayer to neet grade or increase
thickness. |f the elevation of the top of the drainage |ayer is nore than
13 mr 1/2 inch above the plan grade it shall be trimed to grade and
finished in accordance with paragraph FINNSH NG |If the elevation of the
top surface of the drainage layer is 13 nr 1/2 inch or nore bel ow the
required grade, the surface of the drainage |ayer shall be scarified to a
depth of at least 75 m 3 inches, new material shall be added, and the

| ayer shall be bl ended and reconpacted to bring it to grade. Where the
neasured thickness of the drainage layer is nore than 13 mr 1/2 inch
deficient, such areas shall be corrected by excavating to the required
depth and replaced with new material to obtain a conpacted lift thickness
of at least 75 mm 3 inches. The depth of required excavation shall be
controlled to keep the final surface elevation within grade requirenents
and to preserve |layer thicknesses of materials bel ow the drai nage | ayer.

3.12.2 Density
Density will be considered deficient if the field dry density test results

are below the dry density specified by the Contracting Oficer. |If the
densities are deficient, the layer shall be rolled with 2 additional passes
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of the specified roller. |If the dry density is still deficient, work wll
be stopped until the cause of the low dry densities can be determ ned and
reported to the Contracting O ficer

.12.3 Snmoot hness

Correct deficiencies in snoothness as if they are deficiencies in grade or
thickness. All tolerances for grade and thickness shall be naintained
whil e correcting snmoot hness defici enci es.

-- End of Section --
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