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NOTE: This gui de specification covers the
requi renents for expansion joints, contraction
joints and wat erstops used in concrete
construction. This guide will be used in
conjunction with Section 03 31 00.00 10
CAST- | N- PLACE STRUCTURAL CONCRETE. .

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
i nsert appropriate information.

Remove information and requirenments not required in
respective project, whether or not brackets are
present.

Comrent s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnitted as
a Citeria Change Request (CCR).cations where text
nmust be supplied by the designer
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PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard's Check Reference feature

SECTION 03 15 13.00 10 Page 3



when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Al so use the
Ref erence Wzard's Check Reference feature to update
the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ANVERI CAN ASSOCI ATI ON OF STATE H GHWAY AND TRANSPORTATI ON OFFI Cl ALS
( AASHTO)

AASHTO T 111 (2009) Inorganic Matter or Ash in
Bi t um nous Materials

AMERI CAN HARDBOARD ASSOCI ATI ON ( AHA)
AHA A135. 4 (2004) Basic Hardboard
ASTM | NTERNATI ONAL ( ASTM
ASTM A 1011/ A 1011M (2009a) Standard Specification for Steel,
Sheet, and Strip, Hot-Rolled, Carbon,

Structural, H gh-Strength Low Al l oy and
H gh-Strength Low Alloy with | nproved

Formability

ASTM A 109/ A 109M (2008) Standard Specification for Steel,
Strip, Carbon (0.25 Maxi mum Percent),
Col d- Rol | ed

ASTM A 167 (1999; R 2009) Standard Specification for

St ai nl ess and Heat - Resi sting
Chromi um Ni ckel Steel Plate, Sheet, and
Strip

ASTM A 480/ A 480M (2009) Standard Specification for General
Requirements for Flat-Rolled Stainless and
Heat - Resi sting Steel Plate, Sheet, and
Strip

ASTM B 152/ B 152M (2006ael) Standard Specification for
Copper Sheet, Strip, Plate, and Roll ed Bar

ASTM B 370 (2009) Standard Specification for Copper
Sheet and Strip for Building Construction

ASTM C 919 (2008) Use of Sealants in Acousti cal
Appl i cations

ASTM C 920 (2008) Standard Specification for
El astoneric Joint Seal ants

SECTION 03 15 13.00 10 Page 4



ASTM D 1751 (2004; R 2008) Standard Specification for
Pref ormed Expansion Joint Filler for
Concrete Paving and Structural
Construction (Nonextrudi ng and Resilient
Bi t um nous Types)

ASTM D 1752 (2004a; R 2008) Standard Specification for
Pref ormed Sponge Rubber Cork and Recycl ed
PVC Expansi on

ASTM D 2628 (1991; R 2005) Standard Specification for
Pref ormed Pol ychl or oprene El astoneric
Joint Seals for Concrete Pavenents

ASTM D 2835 (1989; R 2007) Lubricant for Installation
of Preforned Conpression Seals in Concrete
Pavenent s

ASTM D 4 (1986; R 2004) Bitumen Content

ASTM D 412 (2006aele2) Standard Test Methods for

Vul cani zed Rubber and Thernopl astic
El astomers - Tension

ASTM D 471 (2006; R 2008) Standard Test Method for
Rubber Property - Effect of Liquids

ASTM D 5249 (1995; R 2006) Backer Material for Use
wi th Col d-and Hot - Applied Joint Seal ants
in Portl and- Cenment Concrete and Asphalt
Joints

ASTM D 6 (1995; R 2006) Loss on Heating of QI and
Asphal ti ¢ Conpounds

ASTM D 7116 (2005) Standard Specification for Joint
Seal ants, Hot Applied, Jet Fuel Resistant
Types, for Portland Cenent Concrete

U S. ARMY CORPS OF ENG NEERS ( USACE)
CCE CRD-C 513 (1974) Specifications for Rubber \Waterstops

CCE CRD-C 572 (1974) Specifications for
Pol yvi nyl chl ori de Wat er st ops

1.2 SUBM TTALS

Rk bk bk R IR R R Sk O O e S R S AR Rk R R Rk I ok O kI R R I O b I R

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmttals
required for the project. Submittals should be kept
to the minimumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the

submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
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delete an existing “G' if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Government approval on Arny
projects, a code of up to three characters within
the submittal tags nay be used following the "G
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident O fice; and "PO' for Project O fice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.
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CGovernment approval is required for submittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation following the "G
designation identifies the office that will review the submttal for the
CGovernment.] Submit the followi ng in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs
Waterstops[; C[; G [____ 11

Shop drawi ngs and fabricati on drawi ngs provi ded by the
manuf acturer or prepared by the Contractor.

SD- 03 Product Data

Pref ormed Expansion Joint Filler
Seal ant
WAt er st ops

Manufacturer's literature, including safety data sheets, for
preforned fillers and the lubricants used in their installation
field-nol ded seal ants and priners (when required by seal ant
manuf acturer); preformed conpression seals; and waterstops.

Manuf acturer's recomended instructions for installing preforned
fillers, field-nol ded seal ants; preformed conpression seals; and
wat er st ops; and for splicing non-netallic waterstops.

SD- 04 Sanpl es
Lubricant for Prefornmed Conpression Seals
Specimens identified to indicate the manufacturer, type of

material, size and quantity of material, and shipnent or |ot
represented. Each sanple shall be a piece not less than 3 nm 9 ft
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1

of 25 mr 1 inch nominal width or wider seal or a piece not |ess
than 4 m 12 ft of conpression seal less than 25 nmr 1 inch nom na
wi dth. Provide one L quart of |ubricant.

Fi el d- Mol ded Type

Four liters One gallon of field-nolded sealant and one L quart
of primer (when primer is recomended by the seal ant manufacturer)
identified to indicate nmanufacturer, type of material, quantity,
and shipnent or | ot represented.

Non-netallic Materials

Specinmens identified to indicate manufacturer, type of material
size, quantity of material, and shipnment or |ot represented. Each
sanpl e shall be a piece not less than 300 nm 12 inch long cut from
each 61 m 200 ft of finished waterstop furnished, but not |ess
than a total of 1 m 4 ft of each type, size, and |lot furnished.
One splice sanple of each size and type for every 50 splices nade
in the factory and every 10 splices nade at the job site. The
splice sanples shall be made using straight run pieces with the
splice located at the md-length of the sanple and finished as
required for the installed waterstop. The total |ength of each
splice shall be not less than 300 nm 12 i nches | ong.

SD-07 Certificates

Pref ormed Expansion Joint Filler
Seal ant
Wt er st ops

Certificates of conpliance stating that the joint filler and
seal ant materials and waterstops conformto the requirenments
speci fi ed.

3 DELI VERY, STORAGE, AND HANDLI NG

Protect material delivered and placed in storage off the ground from

nmoi sture, dirt, and other contam nants. Deliver sealants in the

manuf acturer's origi nal unopened containers. Seal ants whose shelf |ife has
expired shall be renoved fromthe site.

PART 2 PRODUCTS

2.

1 CONTRACTI ON JO NT STRI PS

Contraction joint strips shall be 3 nr 1/8 inch thick tenpered hardboard
conformng to AHA A135.4, Cass 1. In lieu of hardboard strips, rigid
pol yvi nyl chl ori de (PVC) or high inpact polystyrene (H PS) insert strips
specifically designed to induce controlled cracking in slabs on grade may
be used. Such insert strips shall have renovabl e top section.

.2 PREFORMED EXPANSI ON JO NT FI LLER

Expansion joint filler shall be preformed material conformng to ASTM D 1751
or ASTM D 1752. Unless otherwi se indicated, filler material shall be 10 m
3/8 inch thick and of a width applicable for the joint forned. Backer
material, when required, shall conformto ASTM D 5249
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2.

3 SEALANT
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NOTE: Types of joint material should be shown.

El astonmeric joint seals (ASTM D 2628) wll be used
in conpression type joints. For slabs receiving
consi derabl e fuel spillage, the hot-applied jet-fue
resi stant type should be used when a thernoplastic
el astoneric rubber (TPE-R) waterstop is not
speci fi ed.
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Joint sealant shall conformto the foll ow ng:

. 3.1 Pref ormed Pol ychl oroprene El astomeric Type

ASTM D 2628.

. 3.2 Lubricant for Prefornmed Conpression Seals

ASTM D 2835.

.3.3 Fi el d- Mol ded Type

ASTM C 920, Type M Gade P or NS, Cass 25, Use [T] [NT] for horizontal
joints. Type M Gade NS, Cass 25, Use NI for vertical joints. Bond
breaker material shall be polyethyl ene tape, coated paper, netal foil or
simlar type materials. The back-up material shall be conpressible,
non-shrink, nonreactive with seal ant, and non-absorptive material type such
as extruded butyl or polychl oroprene rubber.

.3.4 Hot - Appl i ed Jet - Fuel Resistant Type

ASTM D 7116, Type [IT[11][111]

.4 WATERSTOPS

I ntersecti on and change of direction waterstops shall be shop fabricated.

4.1 Fl exi bl e Meta

Copper waterstops shall conformto ASTM B 152/ B 152V and ASTM B 370, 060

soft anneal tenper and 0.686 mr 20 oz nmass per sq ft sheet thickness.
Stai nl ess steel waterstops shall conformto ASTM A 167 and ASTM A 480/ A 480N,
UNS S30453 (Type 304L), and 0.9525 mm 20 gauge thick strip.

. 4.2 Rigid Meta

Flat steel waterstops shall conformto ASTM A 109/ A 109V, No. 2 (half hard)
termper, No. 2 edge, No. 1 (matte or dull) finish or ASTM A 1011/ A 1011V
Grade 40.

.4.3 Non-Metallic Materials®

Non-netal lic waterstops shall be manufactured froma prine virgin resin;
reclaimed material is not acceptable. The conmpound shall contain

pl asticizers, stabilizers, and other additives to nmeet specified
requirenents. Rubber waterstops shall conformto COE CRD-C 513.

Pol yvi nyl chl ori de waterstops shall conformto COE CRD-C 572. Thernopl astic
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el astoneric rubber waterstops shall conformto ASTM D 471
2.4. 4 Non- Metal l'i ¢ Hydrophilic

Swel | abl e strip type conpound of pol ynmer nodified chl oroprene rubber that
swel I s upon contact with water shall conformto ASTM D 412 as foll ows:
Tensile strength 2.9 MPa 420 psi mininum ultinmte el ongation 600 percent
m ni mum  Hardness shall be 50 m nimumon the type A duroneter and the

vol umetric expansion ratio in distilled water at 20 degrees C 70 degrees F
shall be 3 to 1 m nimum

2.4.5 Prefornmed El astic Adhesive

Preformed pl astic adhesi ve wat erstops shall be produced from bl ends of
refined hydrocarbon resins and plasticizing conpounds reinforced with inert
mneral filler, and shall contain no solvents, asbestos, irritating funes
or obnoxi ous odors. The conpound shall not depend on oxidi zi ng,
evaporating, or chem cal action for its adhesive or cohesive strength.

2.4.5.1 Chemi cal Conposition

The chem cal conposition of the sealing conpound shall neet the
requi rements shown bel ow

PERCENT BY WEI GHT

COVPONENT M N. MAX, TEST
Bi tunen (Hydrocarbon plastic) 50 70 ASTM D 4
Inert Mneral Filler 30 50 AASHTO T 111
Vol atile Matter 2 ASTM D 6

2.4.5.2 Adhesi on Under Hydrostatic Pressure
The seal ing conpound shall not leak at the joints for a period of 24 hours
under a vertical 2 m 6 foot head pressure. 1In a separate test, the sealing
conpound shall not |eak under a horizontal pressure of 65 kPa 10 psi which
is reached by slowy applying increments of 13 kPa 2 psi every mnute.

2.4.5.3 Sag of Fl ow Resi stance
Saggi ng shall not be detected when tested as follows: Fill a wooden forn
25 M 1 inch wide and 150 mr 6 inches long flush with sealing conpound and
place in an oven at 58 degrees C 135 degrees F in a vertical position for 5
days.

2.4.5.4  Chenical Resistance
The seal ing conpound when imrersed separately in a 5% solution of caustic
potash, a 5% solution of hydrochloric acid, 5% solution of sulfuric acid
and a saturated hydrogen sul fide solution for 30 days at anbi ent room
tenmperature shall show no visible deterioration.

PART 3 EXECUTI ON

3.1 JANTS

Install joints at locations indicated and as authori zed.
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3.

1.1 Contraction Joints
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NOTE: Since contraction joint strips are difficult
to align and maintain in alignment, the option for
use of joint strips should be deleted where
appearance is inportant or where concrete slabs will
not be covered with subsequent toppings that wll

hi de the joint.
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Contraction joints may be constructed by inserting tenpered hardboard
strips or rigid PVC or HPS insert strips into the plastic concrete using a
steel parting bar, when necessary, or by cutting the concrete with a saw
after concrete has set. Joints shall be approximately 3 nr 1/8 inch w de
and shall extend into the slab one-fourth the slab thickness, m ninum but
not less than 25 mr 1 inch

.1.1.1 Joint Strips

Strips shall be of the required dimensions and as |ong as practicable.
After the first floating, groove the concrete with a tool at the joint

| ocations. Insert the strips in the groove and depress themuntil the top
edge of the vertical surface is flush with the surface of the slab. The
slab shall be floated and finished as specified. Wrking of the concrete
adj acent to the joint shall be the m ni mum necessary to fill voids and
consolidate the concrete. Were indicated, the top portion of the strip
shal |l be sawed out after the curing period to forma recess for sealer.
The renovabl e section of PVC or HI PS strips shall be discarded and the
insert left in place. True alignnent of the strips shall be maintained
during insertion.

1.1.2 Sawed Joi nts

Joi nt sawi ng shall be early enough to prevent uncontrolled cracking in the
sl ab, but late enough that this can be acconplished w thout appreciable
spalling. Use concrete sawi ng machines that are adequate in nunmber and
power, and with sufficient replacement bl ades to conplete the sawing at the
required rate. Cut joints to true alignment and in sequence of concrete

pl acement. Renpve sludge and cutting debris.

1.2 Expansi on Joints

Use preforned expansion joint filler in expansion and isolation joints in
sl abs around col unmms and between sl abs on grade and vertical surfaces where
indicated. The filler shall extend the full slab depth, unless otherw se

i ndicated. The edges of the joint shall be neatly finished with an edging
tool of 3 mr 1/8 inch radius, except where a resilient floor surface wll
be applied. Were the joint is to receive a sealant, the filler strips
shall be installed at the proper |evel below the finished floor with a
slightly tapered, dressed and oiled wood strip temporarily secured to the
top to forma recess to the size shown on the drawi ngs. The wood strip
shal | be renoved after the concrete has set. Contractor nmay opt to use a
renovabl e expansion filler cap designed and fabricated for this purpose in
lieu of the wood strip. The groove shall be thoroughly cl eaned of

| ai tance, curing compound, foreign materials, protrusions of hardened
concrete, and any dust which shall be bl own out of the groove with oil-free
conpressed air.
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3.

1.3 Joi nt Seal ant

Sawed contraction joints and expansion joints in slabs shall be filled with
joint sealant, unless otherwi se shown. Joint surfaces shall be clean, dry,
and free of oil or other foreign material which would adversely affect the
bond between seal ant and concrete. Joint sealant shall be applied as
recommended by the manufacturer of the seal ant.

.1.3.1 Joints Wth Preformed Conpression Seal s

Install conpression seals with equi pment capable of installing joint seals
to the prescribed depth without cutting, nicking, tw sting, or otherw se
distorting or damaging the seal or concrete and with no nore than 5 percent
stretching of the seal. The sides of the joint and, if necessary, the
sides of the compression seal shall be covered with a coating of

lubricant. Butt joints shall be coated with |iberal applications of

| ubricant.

.1.3.2 Joints Wth Fi el d- Mol ded Seal ant

Joints shall not be seal ed when the sealant material, anbient air, or
concrete tenperature is less than 4 degrees C 40 degrees F. \Wen the
seal ants are neant to reduce the sound transni ssion characteristics of
interior walls, ceilings, and floors the guidance provided in ASTM C 919
shall be followed. Joints requiring a bond breaker shall be coated with
curing conpound or with bitum nous paint. Bond breaker and back-up
material shall be installed where required. Joints shall be primed and
filled flush with joint sealant in accordance with the manufacturer's
recomendat i ons.

.2 WATERSTOPS, | NSTALLATI ON AND SPLI CES

Install waterstops at the |locations shown to forma continuous water-tight
di aphragm Make adequate provision to support and conpletely protect the
wat er st ops during the progress of the work. Any waterstop punctured or
damaged shall be repaired or replaced. Protect exposed waterstops during
application of formrel ease agents to avoid being coated. Provide suitable
guards to protect exposed projecting edges and ends of partially enbedded
wat er st ops from damage when concrete pl acenent has been di sconti nued.
Splices shall be made by certified trained personnel using approved

equi pnent and procedures.

2.1 Copper And Stainless Stee

Splices in copper waterstops shall be lap joints nade by brazing. Splices
in stainless steel waterstops shall be welded using a TIG or M G process
utilizing a weld rod to match the stainless. Al welds shall not be
anneal ed to maintain physical properties. Carbon flane shall not be used
in the annealing process. Danmaged waterstops shall be repaired by renoving
damaged portions and patching. Patches shall overlap a m nimumof 25 mr 1
i nch onto undamaged portion of the waterstop.

. 2.2 Fl at Steel

Splices in flat steel waterstops shall be properly aligned, butt wel ded,
and cl eaned of excessive mterial.
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3.

2.3 Non- Metal lic

Fittings shall be shop nade using a nmachine specifically designed to
nechanically weld the waterstop. A mter guide, proper fixturing (profile
dependant), and portable power saw shall be used to miter cut the ends to
be joined to ensure good alignnent and contact between joined surfaces.
The splicing of straight lengths shall be done by squaring the ends to be
joined. Continuity of the characteristic features of the cross section of
the waterstop (ribs, tabular center axis, protrusions, etc.) shall be

mai nt ai ned across the splice.

.2.3.1 Rubber Waterstop

Splices shall be vul cani zed or shall be made using cold bond adhesive as
recomrended by the manufacturer. Splices for TPE-R shall be as specified
for PVC

.2.3.2 Pol yvi nyl Chl ori de Waterstop

Make splices by heat sealing the adjacent waterstop edges together using a
thermopl astic splicing iron utilizing a non-stick surface specifically
designed for waterstop welding. The correct tenperature shall be used to
sufficiently nelt without charring the plastic. The spliced area, when
cool ed, shall show no signs of separation, holes, or other inperfections
when bent by hand in as sharp an angl e as possible.

.2.3.3 Qual ity Assurance

Edge welding will not be permitted. Centerbul bs shall be conpressed or

cl osed when wel ding to non-centerbulb type. Waterstop splicing defects

whi ch are unacceptable include, but are not linmted to the following: 1)
Tensile strength | ess than 80 percent of parent section. 2) Free |lap
joints. 3) Msalignnent of centerbulb, ribs, and end bul bs greater than 2
nr 1/ 16 inch. 4) Msalignnent which reduces waterstop cross section nore
than 15 percent. 5) Bond failure at joint deeper than 2 mr 1/16 inch or 15
percent of material thickness. 6) Msalignnent of waterstop splice
resulting in misalignnent of waterstop in excess of 13 mmin 3 nm 1/2 inch
in 10 feet. 7) Visible porosity in the weld area, including pin holes. 8)
Charred or burnt material. 9) Bubbles or inadequate bonding. 10) Visible
signs of splice separation when cooled splice is bent by hand at a sharp
angl e.

.2.4 Non- Metal lic Hydrophilic Waterstop Installation

Ends to be joined shall be miter cut with sharp knife or shears. The ends
shal | be adhered with cyanacryi ate (super glue) adhesive. Wen joining
hydrophilic type waterstop to PVC waterstop, the hydrophilic waterstop
shal | be positioned as shown on the drawings. A |liberal ambunt of a single
component hydrophilic sealant shall be applied to the junction to conplete
the transition.

.2.5 Prefornmed Pl astic Adhesive Installation

The installation of prefornmed plastic adhesive waterstops shall be a prineg,
peel, place and pour procedure. Joint surfaces shall be clean and dry
before primng and just prior to placing the sealing strips. The end of
each strip shall be spliced to the next strip with a 25 mr 1 inch overl ap;
the overlap shall be pressed firnmy to release trapped air. During danmp or
cold conditions the joint surface shall be flashed with a safe, direct
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flane to warmand dry the surface adequately; the sealing strips shall be
dipped in warmwater to soften the material to achi eve maxi num bond to the
concrete surface.

.3 CONSTRUCTI ON JA NTS

Construction joints are specified in Section 03 31 00.00 10 CAST-I N PLACE
STRUCTURAL CONCRETE except that construction joints coinciding with
expansi on and contraction joints shall be treated as expansion or
contraction joints as applicable.

-- End of Section --
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