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NOTE: This gui de specification covers the

requi renents for subbase, select-material subbase
and rigid base courses for airfield pavenents, roads
and streets.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel conme and shoul d be
submitted as a Criteria Change Request (CCR.

*% *%

PART 1

*% *% *% *% *% *% *% *% *% *% *%%

GENERAL

*kkk
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NOTE: This guide specification is applicable to
subbase courses for airfield pavenents, roads and
streets including select-material subbase courses in
the I ower levels of the pavement structure. This
specification will be used for any subbase course
that has a design California bearing ratio (CBR

bet ween 20 and 50 or any select-material with design
CBR | ess than 20. Select material subbase will not
requi re processing or bl ending.

This specification nay al so be used for

a. The base course directly beneath the bitum nous
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surface of a pavenent design for roads and streets
where the required CBR value of the material is 50
or nore and the material conforns to Gradation No. 1.

b. The base course beneath rigid pavenents.

When this guide specification is used for aggregate
base course under rigid pavenent, section title of
the project specification will be: BASE COURSE FOR
RI A D PAVING and the words "rigid pavenent base
course" selected throughout. When this guide
specification is used in conbination for a subbase
course under flexible pavenents and a base course
under rigid pavenments, the section title will be:
BASE COURSE FOR RIG D AND SUBBASES FOR FLEXI BLE
PAVI NG and the words "or rigid pavenment base course"
will be included after "subbase" throughout.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

21 UNI T PRI CES
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NOTE: Delete unit price paragraphs when the work is
covered by a lunp-sum contract price

*% *% *% *% *% *% *% *% *% *% *% *% *%%

1.1 Measurement

NOTE: Delete the nethod of measurenment paragraph
not applicable to job conditions. The provision for
stockpiling will be retained or deleted as

applicable.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

1.1.1.1 Area

Measure the quantity of [__ ] mminch thick [subbase] [and]
[sel ect-material subbase] [or] [rigid pavenent base] course conpleted and
accepted, as deternmined by the Contracting Oficer, in square nmeters yards.

1.1.1.2 Volume

Measure the quantity of [subbase] [and] [sel ect-material subbase] [or]
[rigid pavenent base] course conpl eted and accepted, as deternined by the
Contracting Officer, in cubic neters yards. The volunme of nateria
in-place and accepted will be determ ned by the average job thickness
obtai ned in accordance w th paragraph LAYER THH CKNESS and the di nensi ons
shown on the draw ngs.

1.1.1.3 Weight

The tonnage of [subbase] [and] [select-material subbase] [or] [rigid
pavenent base] course material will be the nunber of nmetric tons tons of
aggregate, [placed and accepted in the conpl eted course] [plus the anount]
[placed in authorized stockpiles] as deternined by the Contracting
Oficer. Deductions will be nmade for any material wasted, unused,
rejected, or used for convenience of the Contractor, and for water
exceedi ng specified amount at tine of weighing.
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1.1.2 Payment
1.1.2.1 Course Materi al

Quantities of [subbase] [and] [sel ect-material subbase] [or] [rigid
pavenent base] course, deternined as specified above, will be paid for at
the respective contract unit prices, which will constitute ful
conpensation for the construction and conpletion of the [subbase] [and]
[sel ect-material subbase] [or] [rigid pavenent base] course

1.1.2.2 Stabilization
Cohesi onl ess subgrade or sel ect subbase courses to be stabilized, as
specified in paragraph PREPARATI ON OF UNDERLYI NG COURSE OR SUBGRADE, wil |
be paid for as a special itemon a tonnage basis including extra
mani pul ati on as required.

1.1.3 WaybilI's and Delivery Tickets
Submit copies of waybills and delivery tickets during progress of the
work. Before the final paynent is allowed, file certified waybills and
certified delivery tickets for all aggregates actually used.

1.2 REFERENCES

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a RID outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
t he i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi c designation only.

AVERI CAN ASSCOCI ATI ON OF STATE H GAWMWAY AND TRANSPORTATI ON OFFI Cl ALS
(AASHTO)

AASHTO T 180 (2017) Standard Met hod of Test for
Moi sture-Density Relations of Soils Using
a 4.54-kg (10-1b) Ranmer and a 457-nmm
(18-in.) Drop
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AASHTO T 224

AASHTO T 88

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

(2010) Standard Met hod of Test for
Correction for Coarse Particles in the
Soi | Conpaction Test

(2013) Standard Met hod of Test for
Particle Size Analysis of Soils

ASTM | NTERNATI ONAL (ASTM

Ci117

C131/ C131M

C136/ C136M

C29/ C29M

D1556/ D1556M

D1557

D2167

D2487

D4318

D6938

D75/ D75M

Ell

(2017) Standard Test Method for Materials
Fi ner than 75-um (No. 200) Sieve in
M neral Aggregates by Washi ng

(2014) Standard Test Method for Resistance
to Degradation of Snall-Size Coarse
Aggregate by Abrasion and Inpact in the
Los Angel es Machi ne

(2014) Standard Test Method for Sieve
Anal ysi s of Fine and Coarse Aggregates

(2017a) Standard Test Method for Bul k
Density ("Unit Weight") and Voids in
Aggregate

(2015; E 2016) Standard Test Method for
Density and Unit Weight of Soil in Place
by Sand- Cone Met hod

(2012; E 2015) Standard Test Methods for
Laborat ory Conpaction Characteristics of
Soil Using Mdified Effort (56,000
ft-1bf/ft3) (2700 kN n1 nB)

(2015) Density and Unit Weight of Soil in
Pl ace by the Rubber Balloon Method

(2017) Standard Practice for
Classification of Soils for Engineering
Purposes (Unified Soil O assification
System)

(2017; E 2018) Standard Test Methods for
Liquid Limt, Plastic Limt, and
Plasticity Index of Soils

(2017a) Standard Test Method for In-Place
Density and Water Content of Soil and

Soi | - Aggregat e by Nucl ear Met hods (Shal |l ow
Depth)

(2014) Standard Practice for Sanpling
Aggregates

(2016) Standard Specification for Wven
Wre Test Sieve Cloth and Test Sieves
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1.

1.

3 DEGREE OF COVPACTI ON

Degree of conpaction required, except as noted in the second sentence, is

expressed as a percentage of the maxi mum | aboratory dry density obtai ned by

the test procedure presented in ASTM D1557 abbrevi ated as a percent of

| aboratory maxi numdry density. Since ASTM D1557 applies only to soils

that have 30 percent or |ess by weight of their particles retained on the
9.0 nmm 3/4 inch sieve, the degree of conpaction for material having nore

than 30 percent by weight of their particles retained on the 9.0 nm 3/4 inch
sieve will be expressed as a percentage of the |laboratory maxi mum dry
density in accordance with AASHTO T 180 Method D and corrected with

AASHTO T 224.

4 SUBMITTALS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident Office; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandat ed sustai nabl e
requirenents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
submttal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation following the "G
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1.

1.

designation identifies the office that will review the submittal for the
Government.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the followi ng in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:
SD- 03 Product Data
Pl ant, Equi prent, and Tools; C[, | 1]
WaybilI's and Delivery Tickets
SD-06 Test Reports
Initial Tests; C[, [ 1]

In-Place Tests; G, [___ 1]

.5 EQUI PMENT, TOOLS, AND MACHI NES

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: |If desirable, requirements for types of
equi pnent applicable to methods of construction
based on | ocal conditions will be included.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Al'l plant, equiprment, and tools used in the performance of the work will be
subj ect to approval by the Contracting O ficer before the work is started.
Maintain all plant, equipnment, and tools in satisfactory working condition
at all tines. Submit a list of proposed equi pnent, including descriptive
data. Use equi pnent capable of mnimzing segregation, producing the
required conpaction, neeting grade controls, thickness control, and

snoot hness requirements as set forth herein.

.6 QUALI TY ASSURANCE

Sanpling and testing are the responsibility of the Contractor. Perform
sanmpling and testing using a | aboratory approved in accordance with Section
01 45 00.00 1001 45 00.00 2001 45 00.00 40 QUALITY CONTROL. Work requiring
testing will not be permitted until the testing | aboratory has been

i nspected and approved. Test the materials to establish conpliance with
the specified requirenents and performtesting at the specified frequency.
The Contracting Oficer may specify the tinme and | ocation of the tests.
Furni sh copies of test results to the Contracting Oficer within 24 hours
of conpl etion of the tests.

.6.1 Sampling

Take sanples for laboratory testing in conformance with ASTM D75/ D75\.
When deened necessary, the sanpling will be observed by the Contracting
Officer.

6.2 Tests

6.2.1 Si eve Anal ysis

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Testing in accordance with AASHTO T 88 wil |
be required when the materials need to be tested for
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the 0.02 nmparticle size.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhkkkkkkkkkkk

Perform si eve analysis in conformance with ASTM C117 and ASTM C136/ C136N
usi ng sieves conformng to ASTM E11. [Perform particle-size anal ysis of
the soils in conformance with AASHTO T 88.]

1.6.2.2 Liquid Linmit and Plasticity Index
Determine liquid limt and plasticity index in accordance with ASTM D4318.
1.6.2.3 Mbi sture-Density Determni nations

Determ ne the | aboratory maxi num dry density and optimum noisture in
accordance with paragraph DEGREE OF COVPACTI ON.

1.6.2.4 Field Density Tests

Measure field density in accordance with ASTM D1556/ D1556N, ASTM D2167, or
ASTM D6938. For the nethod presented in ASTM D1556/ D1556l, use the base

pl ate, as shown in the drawing. For the nethod presented in ASTM D6938,
check the calibration curves and adjust them if necessary, using only the
sand cone nethod as described in paragraph Calibration, of the ASTM
publication. Tests perfornmed in accordance with ASTM D6938 result in a wet
unit weight of soil and ASTM D6938 will be used to determ ne the noisture
content of the soil. Also check the calibration curves furnished with the
moi sture gauges along with density calibration checks as described in

ASTM D6938. Make the calibration checks of both the density and noisture
gauges using the prepared containers of material nethod, as described in
paragraph Calibration, in ASTM D6938, on each different type of material to
be tested at the beginning of a job and at intervals as directed. Submt
calibration curves and related test results prior to using the device or
equi prrent bei ng cal i brat ed.

1.6.2.5 Wear Test

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Wear tests are not required for
sel ect-materi al subbase course materi al s.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

Perform wear tests on [subbase course] [and] [or] [rigid pavenent base
course] material in conformance with ASTM C131/ C131M.

1.6.2.6 Wi ght of Slag

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: This paragraph will be omtted when it is
highly unlikely that slag will be supplied.

*kkkkkkkkkkkhkkkkkkkkkkk kkkkkkkkkkkkkkkkkkkkkkhkhkhkk *kkk

Det ermi ne wei ght per cubic nmeter foot of slag in accordance with
ASTM C29/ C29M.
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1.7 ENVI RONMVENTAL REQUI REMENTS

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhhkhhkhkkkkkkkkkk

NOTE: This paragraph may be deleted in localities
where freezing tenperatures do not occur, and

el sewhere when it is definitely known that the work
will not be carried on during periods when such
tenperatures are to be expected. Qherwise, this
requi renent will be retained, but the protective
nmeasures specified nmay be nodified to suit |oca
conditions and individual project requirenents.

*% *% *% *% *% *% *% *% *% *% *%%

Perform constructi on when the atnospheric tenperature is above 2 degrees C
35 degrees F. When the tenperature falls bel ow 2 degrees C 35 degrees F,
protect all conpleted areas by approved nethods agai nst detrinental effects
of freezing. Correct conpleted areas damaged by freezing, rainfall, or

ot her weat her conditions to neet specified requirenents.

PART 2 PRODUCTS
2.1 MATERIALS

2.1.1 Subbase Cour se

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: As witten, this paragraph applies to genera
conditions. Oher materials such as disintegrated
granite, volcanic ash or cinders, |inerock, caliche,
or asphalt mllings will be specified when supported
by adequate perfornance data. The requirenent for
percentage of wear will be del eted when | oca
experience indicates the material is satisfactory.
The material requirenments from State or other |oca
hi ghway agency specifications may be incorporated in
contract docunents for constructing subbase course
for roads, streets, or sinmilar-use pavenments if
conditions a, b, ¢, and d below are net:

a. The percentage of material by weight passing the
0.075 mm (No. 200) sieve will not exceed 8.

b. Wen local conditions dictate a
nonfrost-susceptible material, particles having a
di ameter of less than 0.02 mmwill not be in excess
of 3 percent.

c. The portion of the material passing the 0.425 mm
(No. 40) sieve will have a liquid lint not greater
than 25 and a plasticity index not greater than 5.

d. The project requires less than 600 cubic neters
(750 cubic yards) of material and it is not an
airfield pavenent. (See iteme below if project
does not neet this requirenent).

e. Approval from AFCEC, the Navy EFDs, or USACE
TSMCX is required before state or other |ocal

SECTION 32 11 20 Page 10



hi ghway specifications may be used for road or
street projects requiring over 600 cubic nmeters (750
cubic yards) and/or airfield projects. Project
specific information will be subnmitted to AFCEC, the
Navy EFDs, or USACE TSMCX with the request for
approval.

The desired maximumtop size will be inserted in the
bl ank. The necessity for neeting grades dictates
t hat maxi nrumtop size should not exceed 75 nm (3

inches).
Gradati on No. Desi gn CBR
1 50 Max
2 40 Max
3 30 Max
Sel ect Materi al 20 Max

Gradation band No. 1 or 2 may be used for |ower
desi gn CBR val ues than specified above where no
increase in price results. Gadation No. 1 will be
used when a drainage layer will be placed above the
subbase and t he subbase is designed as a separation
| ayer. Exceptions to the gradation requirenents
will be permtted when supported by adequate
in-place CBR data. When this specification is to be
used as base course for roads, streets, and parKking
areas, the maximumtop size will not exceed 50 mm (2
inches) for a layer thickness of |ess than 150 mm (6
i nches). The inapplicable gradation will be del eted.

Wiere local conditions dictate a
nonfrost-susceptible material, retain the sentence
in brackets requiring particles having a dianeter of
| ess than 0.02 nmmnot to exceed 3 percent by wei ght
of the total aggregate, as determ ned in accordance
with AASTHO T 88.

Provi de aggregates consisting of crushed stone or slag, gravel, shell

sand, or other sound, durable, approved materials processed and bl ended or
natural ly conbined. Provide aggregates which are free fromlunps and balls
of clay, organic natter, objectionable coatings, and other foreign
material. The percentage of |oss of material retained on the 4.75 nm No. 4
sieve nust not exceed 50 percent after 500 revol utions when tested in
accordance with ASTM C131/C131N. Provide aggregate that is reasonably
uniformin density and quality. Provide slag that is an air-cool ed,

bl ast -furnace product having a dry weight of not [ess than 1050 kg/cubic
meter 65 pcf. Provide aggregates with a maxi mum size of |
and within the linits specified as foll ows:
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Maxi mum Al | owabl e Percentage by Wi ght
Passi ng Square-Mesh Sieve

Si eve Designation No. 1 No. 2 No. 3
2 mm 50 80 100
0. 075 mm 8 8 8

Maxi mum Al | owabl e Percent age by Wi ght
Passi ng Square-Mesh Sieve

Si eve Designation No. 1 No. 2 No. 3
No. 10 50 80 100
No. 200 8 8 8

[Particles having dianeters less than 0.02 mm nust not be in excess of 3
percent by weight of the total sanple tested as determined in accordance
with  AASHTO T 88.] The portion of any bl ended conponent and of the
conpl eted course passing the 0.425 nm No. 40 sieve nust be either

nonpl astic or have a liquid limt not greater than 25 and a plasticity

i ndex not greater than 5.

.1.2 Sel ect - Materi al Subbase Course

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: When used as material for enbanknent, the
applicable specification will be used to deternine
t he maxi mum si ze of particles. The requirement on
t he amount passing the 0.075 nmm (No. 200) sieve nay
be increased for locally available materials but
will not be relaxed to the point where naterials
with insufficient CBR under ASTM D4429 will pass.

Where local conditions dictate a
nonfrost-susceptible material, retain the sentence
in brackets requiring particles having a di aneter of
| ess than 0.02 nmnot to exceed 3 percent by wei ght
of the total aggregate, as determned in accordance
wi t hAASHTO T 88.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

Provide materials consisting of selected soil or other materials fromfield
excavation, stockpiles, or other sources and free fromlunps and balls of
clay and from organi c and ot her objectionable matter. Provide materials
with not nore than 25 percent by wei ght passing the 0.075 nm No. 200

sieve. The portion of material passing the 0.425 mm No. 40 sieve nmust have
aliquidlimt less than 35 and a plasticity index |ess than 12. Provide
mat eri al s having a maxi num particle size not exceeding 75 mm 3 inches.
[Particles having dianeters less than 0.02 mm nust not be in excess of 3
percent by wei ght of the total sanple tested as determined in accordance
with  AASHTO T 88.]
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2.

2.

2.

1.3 Ri gi d Pavenent Base Course

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: For airfields, reduce the naxinmm allowabl e
percent age passing the No. 200 sieve to 8 and
i ncrease the nmaxi mum plasticity index to 8.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provi de aggregates consisting of crushed stone or slag, gravel, shell

sand, or other sound, durable, approved materials processed and bl ended or
natural |y conbined. Provide aggregates which are durable and sound, free
fromlunps and balls of clay, organic matter, objectionable coatings, and
other foreign material. The percentage of |oss of nmaterial retained on the
4.75 mm No. 4 sieve nust not exceed 50 percent after 500 revol uti ons when
tested in accordance with ASTM C131/C131N. At |east 50 percent by weight
retained on each sieve nust have one freshly fractured face with the area
at least equal to 75 percent of the smallest mdsectional area of the

pi ece. Provide aggregate that is reasonably uniformin density and
quality. Provide slag that is an air-cool ed, blast-furnace product having
a dry weight of not |ess than 1050 kg/cubic neter 65 pcf. Provide
aggregates having a nmaxi nrum size of 50 mm 2 inches and within the linits
specified as foll ows:

Maxi mum Al | owabl e Percent age by Wi ght
Passi ng Square-Mesh Sieve

Si eve Designation Ri gi d Pavenent
Base Course
2 mm 85
0. 075 mm 15

Maxi mum Al | owabl e Percent age by Wi ght
Passi ng Square-Mesh Sieve

Si eve Desi gnation Ri gi d Pavenent
Base Course
No. 10 85
No. 200 15

[Particles having dianeters less than 0.02 mm nust not be in excess of 3
percent by weight of the total sanple tested as determined in accordance
with  AASHTO T 88.] The portion of any bl ended conponent and of the

compl eted course passing the 0.425 nm No. 40 sieve nust be either
nonplastic or have a liquid linit not greater than 25 and a plasticity

i ndex not greater than 6. The Contractor is responsible for any additiona
stability required to provide a working platformfor construction

equi pnent. |If the Contractor can denonstrate with a test section that a
mat eri al has adequate stability to support construction equiprment, the
fractured face requirement can be del eted, subject to the approval of the
Contracting Oficer.

2 TESTS, | NSPECTI ONS, AND VERI FI CATI ONS

2.1 Initial Tests

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk

NOTE: The 0.02 nm sieve analysis requirements will
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be i ncluded when frost susceptiblity concerns exist.
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Perform one of each of the followi ng tests on the proposed naterial prior
to comencing construction to denonstrate that the proposed material neets
all specified requirenents prior to installation. Conplete this testing
for each source if naterials fromnore than one source are proposed

a. Sieve Analysis [including 0.02 nmsize material].

b. Liquid linmt and plasticity index.

c. Misture-density relationship.

d. [Wear.]

e. [Weight per cubic neter foot of Slag.]

fo ].

Submit certified copies of test results for approval not less than [30]
[ ] days before material is required for the work.

2.2.2 Approval of Materi al

Tentative approval of material will be based on initial test results.
PART 3 EXECUTI ON
3.1 CENERAL REQUI REMENTS

Provi de adequate drai nage during the entire period of construction to prevent
water fromcollecting or standing on the working area.

3.2 OPERATI ON OF AGGREGATE SOURCES

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Retain the first sentence in brackets for
aggregate sources on private lands. Retain the
second sentences in brackets for aggegate sources on
Gover nnent - owned | and.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[Condition aggregate sources on private lands in accordance with |ocal |aws
and authorities.] [Cearing, stripping and excavating are the
responsibility of the Contractor. Condition aggregate sources on
Government property to readily drain and leave in a satisfactory condition
upon conpl etion of the work.]

3.3 STOCKPI LI NG MATERI AL

Clear and |l evel storage sites prior to stockpiling of material. Stockpile
all materials, including approved nmaterial available fromexcavation and
grading, in the manner and at the |locations designated. Stockpile
aggregates on the cleared and | evel ed areas designated by the Contracting
Oficer to prevent segregation. Stockpile materials obtained from

di fferent sources separately.
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3.4 PREPARATI ON CF UNDERLYI NG COURSE COR SUBGRADE

3.

Cl ean the underlying course or subgrade of all foreign substances prior to
constructing the [subbase] [or] [select-material subbase] [or] [rigid
pavenent base] course. Do not construct [subbase] [or] [select-materia
subbase] [or] [rigid pavenent base] course on underlying course or subgrade
that is frozen. Construct the surface of the underlying course or subgrade
to neet specified conpaction and surface tolerances. Correct ruts or soft
yi el ding spots in the underlying courses, areas havi ng i nadequate
conpaction, and deviations of the surface fromthe specified requirenents
set forth herein by | oosening and renoving soft or unsatisfactory materi al
and addi ng approved material, reshaping to |ine and grade, and reconpacting
to specified density requirenents. For cohesionless underlying courses or
subgrades contai ning sands or gravels, as defined in ASTM D2487, stabilize
the surface prior to placenent of the overlying course. Stabilize by

m xi ng the overlying course material into the underlying course and
conpacting by approved nethods. Consider the stabilized material as part

of the underlying course and neet all requirenents of the underlying
course. Do not allowtraffic or other operations to disturb the finished
underlying course and maintain in a satisfactory condition until the
overlying course is placed.

.5 GRADE CONTRCL

Provide a finished and conpl eted [ subbase] [select-material subbase] [and]
[rigid pavenent base] course[s] conforming to the lines, grades, and cross
sections shown. Place |ine and grade stakes as necessary for control

.6 M XI NG AND PLACI NG MATERI ALS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: More details on applicable nethodS of
pl aci ng, mxing, and spreading will be included when
appropriate.

*% *% *% *% *% *% *% *% *% *% *%%

M x and place the materials to obtain uniformty of the material at the

wat er content specified. Mke such adjustnents in mxing or placing
procedures or in equipnment as may be directed to obtain the true grades, to
m ni i ze segregati on and degradation, to reduce or accelerate |oss or
increase of water, and to insure a satisfactory subbase course.

7 LAYER THI CKNESS

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: \When subbase or rigid pavenent base courses
are constructed less than 150 nm (6 inches) in tota
t hi ckness, a deficiency of 13 mm (1/2 inch) in the
t hi ckness of any area of such paving is considered
excessive. Applicable to job conditions, the

t hi ckness tol erance provisions may be nodified as
required, restricting all deficiencies to not nore
than 6 mm (1/4 inch).

*% *% *% *% *% *% *% *% *% *%%

Conpact the conpleted course to the thickness indicated. No individua

| ayer may be thicker than 150 mm 6 i nches nor be thinner than 75 nm 3 inches
i n conpacted thickness. Conpact the course(s) to a total thickness that is

within 13 mm 1/2 inch of the thickness indicated. Were the neasured
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3.

thickness is nore than 13 nm 1/2 inch deficient, correct such areas by
scarifying, adding new material of proper gradation, reblading, and
reconpacting as directed. Where the neasured thickness is nore than 13 nm
1/2 inch thicker than indicated, the course will be considered as
conformng to the specified thickness requirenments. The average job
thickness will be the average of all thickness neasurenents taken for the
job and nust be within 6 mm 1/4 inch of the thickness indicated. Masure
the total thickness of the course(s) at intervals of one nmeasurenent for
each [500] [___ ] square nmeters yards of conpleted course. Measure total
thickness using 75 mm 3 inch dianmeter test hol es penetrating the conpleted
course.

. 8 COMPACTION

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

NOTE: Appropriate percentage will be inserted in
the first bracketed bl ank. Cohesionless materials
are often free-draining; as such, the optinmm water
content is normally Iimted to the naxi num wat er
content the material will retain. This is usually
evi denced by free water running fromthe nmold during
conpaction testing.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Conpact each | ayer of the material, as specified, with approved conpaction
equi prrent. Maintain water content during the conpaction procedure to
within plus or minus [2] [___ ] percent of optinum water content
determined fromlaboratory tests as specified in this Section. Begin
rolling at the outside edge of the surface and proceed to the center,
overl appi ng on successive trips at |east one-half the width of the roller
Slightly vary the length of alternate trips of the roller. Adjust speed of
the roller as needed so that displacenent of the aggregate does not occur
Conpact mixture w th hand-operated power tanpers in all places not
accessible to the rollers. [Continue conpaction of the [subbase] [or

sel ect-material subbase] until each layer is conpacted through the ful
depth to at | east 100 percent of |aboratory maxi mumdensity.] [Continue
conpaction of the rigid base course until each layer is conpacted through
the full depth to at least 95 [ ] percent of |aboratory nmaxinmum
density.] Mke such adjustnents in conpacting or finishing procedures as
may be directed by the Contracting Officer to obtain true grades, to

m nim ze segregation and degradation, to reduce or increase water content,
and to ensure a satisfactory [subbase] [and] [sel ect-material subbase]
[rigid pavenent base] course. Renpve any naterials that are found to be
unsati sfactory and replace with satisfactory material or rework, as
directed, to neet the requirenents of this specification

9 PROOF RCOLLI NG

NOTE: Drawi ngs shoul d be checked to ensure that any

suppl enentary information required by this paragraph
has been shown and that there is no conflict between
t he drawi ngs and the specifications.

Proof rolling is only required when a subbase course

is used under a flexible airfield pavenent with the
foll owi ng conditions:
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Proof roll the top of the conpl eted subbase course
of Type Atraffic areas (primary taxiways) and the
center 23 m (75 feet) of runways with 30 coverages
for ass IV as well as heavy, nodified heavy, and
medi um | oad runways. Proof roll top of conpleted
subbase course on center 30.5 neters (100 feet) of
runways that support fighter aircraft only (no P-8
or heavier aircraft) with 8 coverages. Proof rol
top of conpl eted subbase course on center 12 neters
(40 feet) of taxiways that are not Type A traffic.
Apply 4 coverages to all other paved areas,

excl usi ve of runway overrun and bl ast protection
areas.

The required proof roller is a rubber-tired roller
bal l asted to 13,600 kg (30,000 pounds) per tire with
atireinflation pressure of at |east 862 kPa (125
psi). Typical comercial nodels have four wheels
abreast and a gross | oad of 54,430 kg (60 tons).
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In addition to the conpaction specified, proof roll subbase course in areas
desi gnated on the drawi ngs by application of [ ] coverages of a heavy
pneumatic-tired roller having four or nore tires abreast, each tire | oaded
to a mninmm of 13,600 kg 30,000 pounds and inflated to a m ni nrum of 862 kPa

125 psi. A coverage is defined as the application of one tire print over
the designated area. |In the areas designated, apply proof rolling to the
top layer of the conpl eted subbase course. Miintain water content of the
top |l ayer of the subbase course as specified in paragraph COVPACTI ON from
start of conpaction to conpletion of proof rolling. Renove any subbase
course materials that produce unsatisfactory results by proof rolling and
replace with satisfactory materials. Then reconpact and proof roll to neet
specifications.

3.10 EDGES OF [ SUBBASE] [ AND] [ SELECT- MATERI AL SUBBASE] [RI G D PAVEMENT
BASE COURSE]

Pl ace approved material along the outer edges of the [subbase] [and]

[sel ect-material subbase] [rigid pavenent base] course in sufficient
quantity to conpact to the thickness of the course being constructed. When
the course is being constructed in two or nore |layers, sinultaneously rol
and conpact at |east a 600 nm 2 foot width of this shoulder material with
the rolling and conpacting of each |ayer of the [subbase] [and]

[sel ect-material subbase] [rigid pavenment base] course, as directed

3.11 FINISHING

NOTE: Delete paragraph if rigid pavenent base
course is not included in the project.
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Finish the surface of the top layer of rigid pavenent base course after
[final conpaction] [and] [proof rolling] by cutting any overbuild to grade
and rolling with a steel-wheeled roller. Do not add thin | ayers of

material to the top layer of rigid pavenent base course to neet grade. |If

the elevation of the top layer of rigid pavenment base course is 13 mMm 1/2
inch or nore bel ow grade, scarify the top layer to a depth of at least 75 mMm
3 inches and blend new material in and conpact [and proof roll] to bring
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3.

to grade. Make adjustnments to rolling and finishing procedures as directed
by the Contracting Officer to mnimze segregati on and degradation, obtain
grades, mmintain noisture content, and insure an acceptable rigid pavenent
base course. Should the surface beconme rough, corrugated, uneven in
texture, or traffic marked prior to conpletion, scarify the unsatisfactory
portion and rework and reconpact it or replace as directed.

.12 SMOOTHNESS TEST

Construct the top layer so that the surface shows no deviations in excess of
10 mm 3/8 inch when tested with a 3.66 m 12 foot strai ghtedge. Take
measurenents in successive positions parallel to the centerline of the area
to be paved. Also take neasurenents perpendicular to the centerline at
[15) [ ] meter [50] [ ] foot intervals. Correct deviations
exceedi ng this amount by renoving material and replacing with new materi al
or by reworking existing material and conpacting it to neet these
specifications.

.13 FI ELD QUALI TY CONTROL

.13.1 I n-Pl ace Tests

Perform one of each of the following tests on sanples taken fromthe placed
and conpacted [subbase] [and] [select-nmaterial subbase] [rigid pavenent
base] course. Take sanples and test at the rates indicated.

a. Performdensity tests on every lift of material placed and at a
frequency of one set of tests for every 500 | ] square neters yards,
or portion thereof, of conpleted area.

b. Performsieve analysis [including 0.02 mmsize material] on every lift
of material placed and at a frequency of one sieve analysis for every
1, 000 [ ] square nmeters yards, or portion thereof, of material
placed.

c. Performliquidlimt and plasticity index tests at the same frequency
as the sieve anal ysis.

d. Measure the thickness of each course at intervals providing at |east
one neasurenent for each 500 | ] square nmeters yards or part
thereof. Measure the thickness using test holes, at least 75 nm 3
i nches in dianeter through the course.

.13.2  Approval of Material

Fi nal approval of the materials will be based on tests for gradation,
liquid limt, and plasticity index perforned on sanples taken fromthe
conpl eted and fully conpacted course(s).

14 TRAFFIC
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NOTE: Traffic will not be allowed on any base
course placed for airfield pavenents. For roads,
traffic should only be all owed on the base courses
when it cannot be diverted el sewhere; but
precautions should be taken to Iimt the traffic and
keep heavy equi pnent off. Any damage caused by
traffic should be repaired to neet these
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specification requirenents. Designer will choose
t he appropriate bracketed information

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

[Do not allow traffic on the conpleted [subbase] [and] [rigid pavenent
base] course.] [Conpleted portions of the rigid pavenent base course may
be opened to linmted traffic, provided there is no marring or distorting of
the surface by the traffic. Do not all ow heavy equi pnent on the conpl eted
rigid pavement base course except when necessary for construction. Wen it
is necessary for heavy equipnent to travel on the conpleted rigid pavenent
base course, protect the area against marring or damage to the conpleted
work.]

.15 MAINTENANCE

Mai ntain the conpleted course in a satisfactory condition until the ful
pavenent section is conpleted and accepted. |Immediately repair any defects
and repeat repairs as often as necessary to keep the area intact. Retest
any course that was not paved over prior to the onset of winter to verify
that it still conplies with the requirements of this specification. Rework
or replace any area that is danaged as necessary to conply with this
specification.

.16 DI SPOSAL OF UNSATI SFACTORY MATERI ALS

Di spose of any unsuitable materials that have been renpved [outside the
limts of Government-controlled land] [as directed] [in waste di sposa
areas indicated]. No additional paynments will be nade for materials that
have to be repl aced.

-- End of Section --
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