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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  met al l i c  oxi de wat er pr oof i ng f or  
appl i cat i on on i nt er i or  f ace of  concr et e wal l s and 
f l oor s bel ow gr ade,  t o pr ovi de a bar r i er  i mper vi ous 
t o passage of  wat er  under  hydr ost at i c pr essur e.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

**************************************************************************
NOTE:   Sur f aces ot her  t han concr et e may be 
wat er pr oof ed by t hi s met hod;  consul t  manuf act ur er ' s 
l i t er at ur e or  appr oved appl i cat or s.

**************************************************************************

**************************************************************************
1.   Met al l i c  wat er pr oof i ng i s r i gi d and suscept i bl e 
t o cr acki ng dur i ng set t l ement  or  shr i nkage of  
sur f aces t o whi ch i t  i s  appl i ed.   On i nt er i or  
sur f aces,  i t  i s  r eadi l y accessi bl e f or  r epai r  by 
cut t i ng out  def ect i ve ar eas and appl y i ng new 
material.

2.   Met al l i c  wat er pr oof i ng can be appl i ed t o 
ext er i or  wal l  sur f aces;  however ,  mor e f l exi bl e 
mat er i al s may be mor e sui t abl e and ef f ect i ve.
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3.   Met al l i c  wat er pr oof i ng compound consi st s of  
pul ver i zed met al l i c  ( gr ay cast  i r on)  aggr egat e,  
f act or y mi xed wi t h oxi di z i ng agent s.   I t  i s  f i el d 
mi xed wi t h por t l and cement ,  sand,  and wat er  and 
appl i ed i n t wo coat s wi t h st i f f  br i st l e br ushes,  
wedgi ng par t i c l es i nt o,  and f i l l i ng,  por es and 
apertures.

**************************************************************************

**************************************************************************
NOTE:   On t he dr awi ngs,  show:

1.   Locat i on and ext ent  of  met al l i c  wat er pr oof i ng.  
I f  not  shown,  desi gnat e sur f aces t o be wat er pr oof ed 
i n a par agr aph ent i t l ed " Sur f aces t o be 
Wat er pr oof ed, "  i nser t ed i n Par t  3.

2.   Det ai l s of  pi pe and condui t  penet r at i ons t hr ough 
t r eat ed wal l s or  f l oor .

3.   Cont i nuous gr oove or  cove at  j unct ur e of  f l oor  
and wal l s and at  j unct ur e of  f l oor  and col umns 38 mm 
1- 1/ 2 i nches i n cr oss sect i on,  cut  i nt o f l oor ,  wal l s 
and col umns.   I ndi cat e t hat  gr oove i s t o be f i l l ed 
wi t h met al l i c  oxi de wat er pr oof i ng mor t ar .

4.   Det ai l s of  expansi on and cont r ol  j oi nt s.
**************************************************************************

PART 1   GENERAL

1.1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.  The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.
 
Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.
 
Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.
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ASTM INTERNATIONAL (ASTM)

ASTM C33/C33M (2018) Standard Specification for Concrete 
Aggregates

ASTM C144 (2018) Standard Specification for 
Aggregate for Masonry Mortar

ASTM C150/C150M (2018) Standard Specification for Portland 
Cement

1.2   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G" .   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.    Onl y add a “ G”  t o an i t em,  i f  t he 
submi t t al  i s  suf f i c i ent l y i mpor t ant  or  compl ex i n 
cont ext  of  t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,   
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are [for Contractor Quality 
Control approval.][for information only.  When used, a designation 
following the "G" designation identifies the office that will review the 
submittal for the Government.]  Submittals with an "S" are for inclusion 
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in the Sustainability eNotebook, in conformance to Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-04 Samples

Metallic waterproofing

SD-06 Test Reports

Iron content  of metallic waterproofing

Oxidizing agent content  of metallic waterproofing

  Provide certified statement attesting that chemical and physical 
composition of metallic waterproofing material have been 
determined by specified testing methods and material has been 
found to conform with specification requirements.

SD-08 Manufacturer's Instructions

Mixing

1.3   TESTING OF SAMPLES

Prepare a 100 gram sample.  Using a magnet over a watch glass, transfer 
magnetic portion into separate pile leaving nonmagnetic behind.  Weigh 
nonmagnetic portion.

a.  Total iron content :  Determine total iron by percentage of sample 
weight using standard qualitative chemical analysis procedures.

b.  Oxidizing agent content :  Determine percentage of oxidizing agent by 
standard qualitative chemical analysis technique.

1.4   SAMPLE INSTALLATION

After submittals are approved and before work is started apply metallic 
waterproofing  to a test area not less than  [10]  [100]  [_____] square  meters
 feet , using methods and materials specified herein.  Location to be 
selected by Contracting Officer.  Waterproofing shall be visually and 
physically examined for bond and loose materials by waterproofing 
materials manufacturer or his representative.  A wide-blade putty knife or 
similar tool will be used for inspection of bond.  Failure of 
waterproofing to bond or appearance of excessive loose materials will be 
cause for disapproval of proposed material and method of application.  
Clean disapproved test area free of applied finish, leaving base clean and 
acceptable for new application.  If test area is disapproved, make an 
additional test area.  Do not apply waterproofing in other areas until 
application of test area has been approved by waterproofing materials 
manufacturer or his representative, and accepted by Contracting Officer.  
Approved installation shall remain in place and open to observation as 
criteria for all metallic waterproofing under contract.

1.5   DELIVERY AND STORAGE

Deliver materials to project site in original sealed containers with 
manufacturer's name and brand clearly identified.  Store in dry locations 
with adequate ventilation and handle in a manner to prevent damage or 
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contamination.

1.6   ENVIRONMENTAL CONDITIONS

Enclose or protect surfaces to be treated from excessive temperature 
changes.  Ambient temperature shall be above  10 degrees C  50 degrees F  
during application and for duration of curing period.  Keep water level 
below location of surfaces being treated until completion of the treatment 
and curing period.  Provide adequate ventilation to properly oxidize 
metallic waterproofing.

PART 2   PRODUCTS

2.1   PORTLAND CEMENT

ASTM C150/C150M, Type I.

2.2   FINE AGGREGATE

ASTM C144 (sand) for waterproofing coats and ASTM C33/C33M for protective 
coat.

2.3   WATER

Potable and free from injurious amounts of oil, alkalis, acids, organic 
matter, and other deleterious substances.

2.4   METALLIC WATERPROOFING COMPOUND

Clean, commercial, pulverized cast iron mixed in dust-confining container 
with chemical oxidizing agent such as sodium peroxide, potassium peroxide, 
or ammonium chloride.

2.4.1   Pulverized Cast Iron

85 percent minimum by weight of metallic iron of magnetic portion.  
Chemical oxidizing agent content shall be a minimum of 3 percent and a 
maximum of 5 percent by weight of compound.  Presence of dirt, paraffin, 
bitumen, or other foreign substances in excess of one percent by weight of 
waterproofing compound will be cause for rejection.

2.4.2   Iron Oxide Content

Do not exceed 5 percent by weight of magnetic iron.  The magnetic portion 
of iron shall not contain more than 0.05 percent by weight of oil.

2.4.3   Magnetic Iron Particles

Graded as follows:

Sieve size Percent passing

No. 20 screen 100

No. 35 screen 95 to 100
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Sieve size Percent passing

No. 40 screen 90 to 100

No. 60 screen 65 to 100

No. 100 screen 45 to 70

No. 200 screen 10 to 25

2.5   CAULKING

Polyurethane foam sealant.

PART 3   EXECUTION

3.1   SURFACE CONDITION

Examine all surfaces to be waterproofed to ensure that concrete has 
properly cured, all shrinkage has occurred, laitance has been removed, 
cracks and honeycombs have been cut out and filled, and surfaces have been 
roughened to provide bond for waterproofing material.  Correct all defects 
that will adversely affect proper completion of waterproofing.

3.2   SURFACE PREPARATION

3.2.1   Concrete Surfaces

**************************************************************************
NOTE:   Coor di nat e wi t h:   ( 1)  Di v i s i on 3,  " CONCRETE, "  
f or  sur f ace pr epar at i on r equi r ement s,  cont i nuous 
gr ooves of  j unct i on bet ween hor i zont al  and ver t i cal  
sur f aces,  cut t i ng out  of  wi r e t i es,  honeycombs,  and 
por ous ar eas,  i nst al l at i on of  anchor i ng devi ces,  
bui l t - i n wat er  st ops,  and concr et e f l oor  t oppi ngs;  
( 2)  Di v i s i on 7,  " THERMAL AND MOI STURE PROTECTI ON, "  
f or  r esi l i ent - j oi nt  caul k i ng and pl ast i c and 
met al l i c  f l ashi ngs;  ( 3)  Di v i s i on 9,  " FI NI SHES, "  f or  
pl ast er  or  s i mi l ar  wal l  f i ni sh;  ( 4)  Di v i s i on 22,  
" PLUMBI NG, "  f or  wat er t i ght  connect i ons,  f or  pi pi ng 
sl eeves,  and dr ai ns;  and ( 5)  Di v i s i on 26,  
" ELECTRI CAL, "  t o pr ovi de t hat  no wi r i ng devi ces be 
i nst al l ed i n r ecesses unt i l  wat er pr oof i ng wor k i s 
compl et e.   Si mi l ar  not es may be r equi r ed i n ot her  
speci f i cat i on di v i s i ons f or  r ecessed anchor  devi ces 
and ot her  r el at ed wor k.

**************************************************************************

Roughen concrete wall and floor surfaces by light bushhammering, 
sandblasting, acid etching, or high pressure water cleaning to provide 
firm, unspalled granular surface, clean and free from loose materials, 
debris, and detrimental substances such as dust, dirt, oil, grease, or 
other coatings.  [Cut out wire ties to depth of  38 mm  1-1/2 inches .  Cut 
out holes, honeycombs, open joints, and porous areas.  Make all cuts 
square to a depth of  25 to 38 mm  1 to 1-1/2 inches .  Do not cut V-grooves 
or cone-shaped recesses.]
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3.2.2   Walls

Clean wall areas that have been cut out, moisten with water, and fill 
flush with a stiff mortar mix composed of one  42.6 kilogram  94 pound  sack 
of portland cement,  85.3 kilograms  188 pounds  of sand, and  6.8 kilograms  
15 pounds  of metallic oxide waterproofing compound.  Apply filling and 
patching in layers not exceeding  19 mm  3/4 inch  thickness, worked into 
voids, compacted, and finished flush with adjacent surfaces.  Roughen 
patched areas to provide level, firm, granular surface.

3.2.3   Grooves, Joints, and Intersections

**************************************************************************
NOTE:   I nser t  appr opr i at e Sect i on number  and t i t l e 
i n t he bl ank bel ow usi ng f or mat  per  UFC 1- 300- 02,  
" Uni f i ed Faci l i t i es Gui de Speci f i cat i ons ( UFGS)  
For mat  St andar d" .

**************************************************************************

Strip, clean, and remove all loose material from construction joints, 
grooved recesses, and intersections of vertical and horizontal surfaces. 
Pack joints with waterproofing mortar mixed in proportions of one  42.6 
kilogram  94 pound  sack of portland cement and  85.3 kilograms  188 pounds  of 
sand, and  6.8 kilograms  15 pounds  of metallic oxide waterproofing 
compound.  Finish compacted mortar flush with adjacent surfaces; finish 
internal angles to a round cove.  Grooves in construction joints, at 
intersections of horizontal and vertical surfaces, and fillers and water 
stops for expansion and contraction joints are specified under [_____].

3.2.4   Caulking

Apply caulking around all drains, pipes, and other items which penetrate 
the surfaces to be waterproofed.

3.2.5   Recesses

Waterproof recesses, but do not fill to a lesser opening than detailed.

3.2.6   Penetrations

Do not apply waterproofing until anchorage items or other items passing 
through or protruding from the surfaces have been installed.  Treatment 
shall be completed and approved prior to attachment of utilities to 
anchorage items.

3.3   MIXING

Follow mixing instructions supplied by the manufacturer.

3.4   APPLICATION

3.4.1   Limits of Application

Completely coat columns integral with exterior walls.  Return wall 
waterproofing at least  600 mm  24 inches  on interior concrete walls and  
1200 mm 48 inches  onto masonry walls that are in place at the time of the 
waterproofing application.  Return floor waterproofing at least  300 mm  12 
inches  vertically up on the face of all interior walls, partitions, and 
interior columns in place at the time of waterproofing application.
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3.4.2   Walls and Columns

Thoroughly dampen surfaces to receive waterproofing.  Apply two coats of 
thick slurry to each  10 square meters  100 square feet  of surface: first 
coat, consisting of  42.6 kilograms  94 pounds  of portland cement,  85.3 
kilograms  188 pounds  of sand, and  4.5 kilograms  10 pounds  of metallic 
oxide waterproofing compound; second coat, same mix as first coat except 
with  3.6 kilograms  8 pounds  of metallic oxide waterproofing for each  42.6 
kilograms  94 pounds  of cement.  Apply each coat by brushing with stiff 
bristle brushes to seal all pores.  Allow sufficient time between coats to 
permit oxidation of material, but not more than 24 hours before 
application of subsequent treatment.  Periodically spray each coat with 
fine fog spray during oxidation period to ensure thorough curing.  Where 
air circulation is insufficient to properly oxidize waterproofing, provide 
fans or other means to ensure adequate circulation.

3.4.3   Floors

After surfaces are roughened and properly prepared, thoroughly wash and 
clean all surfaces prior to application of waterproofing treatment.  Apply 
two coats of thick slurry as previously specified for walls and columns, 
each coat thoroughly scrubbed and broomed to completely coat floor surface.

3.4.4   Bond Coat

**************************************************************************
NOTE:   I f  wal l  or  f l oor  f i ni shes such as pl ast er  or  
cement  mor t ar  f l oor  t oppi ngs ar e schedul ed on t he 
dr awi ngs and speci f i ed i n ot her  speci f i cat i on 
sect i ons,  del et e r ef er ence t o pr ot ect i ve f i ni sh 
coat i ng.   Wal l s and f l oor s not  speci f i ed or  
schedul ed t o r ecei ve ot her  f i ni shes must  r ecei ve t he 
Pr ot ect i ve Fi ni sh Coat i ng.

**************************************************************************

Prior to application [of plaster, cement mortar topping, or similar wall 
and floor finishes specified in other sections,] [of protective finish 
coating specified herein] apply a bond coat of metallic oxide 
waterproofing mixed in same proportions as specified for second coat on 
walls and columns.  Prior to bond coat application, thoroughly broom 
previously treated surfaces with thick bristle brooms to remove all traces 
of unoxidized compound, and dampen with water.  Apply bond coat 
immediately before finish coat so there will be no premature curing or 
setting of bond coat before finish coat is applied.

3.4.5   [ Protective Finish Coating

**************************************************************************
NOTE:   I f  wal l  or  f l oor  f i ni shes such as pl ast er  or  
cement  mor t ar  f l oor  t oppi ngs ar e schedul ed on t he 
dr awi ngs and speci f i ed i n ot her  speci f i cat i on 
sect i ons,  del et e par agr aphs ent i t l ed " Pr ot ect i ve 
Fi ni sh Coat i ng, "  " Wal l s and Col umns"  and " Fl oor s, "  
as appr opr i at e.  Wal l s and f l oor s not  speci f i ed 
and/ or  schedul ed t o r ecei ve ot her  f i ni shes must  
r ecei ve t he Pr ot ect i ve Fi ni sh Coat i ng.

**************************************************************************
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Waterproofed surfaces which are not to receive plaster, floor topping, or 
other finish shall receive a protective coating applied directly over the 
bond coat.

3.4.5.1   [ Walls and Columns

After application of bond coat, apply protective coating to minimum 
thickness of  3 mm  1/8 inch .  Mix coating in proportions by volume of one 
part portland cement to two and one-half parts fine aggregate conforming 
to ASTM C33/C33M.  Float to smooth, even surface.

] 3.4.5.2   [ Floors

After application of bond coat, apply protective topping of  38 mm  1-1/2 
inch  minimum thickness, consisting of one part portland cement, one part 
sand, and two parts fine aggregate conforming to ASTM C33/C33M and 
proportioned by volume.  Mixing shall be done in a mechanical 
batching-type mixer for not less than 3 minutes after all materials have 
been included, using not more than  15 liters  4 gallons  of water for each 
bag of cement when floating is done by machine and  19 liters  5 gallons  for 
each bag of cement when floating is done by hand.  After screeding to 
established finish lines and levels, compact and then float with wood 
floats or power floating machines.  After finish has sufficiently hardened 
to prevent excess fine material from being worked to surface, steel trowel 
to obtain smooth surface free from defects and blemishes.  After topping 
has set to ring, trowel again to a burnished finish.

] 3.4.5.3   [ Curing

Protect finish coating from loss of moisture and cure by periodic fog 
spraying and cover with impervious sheeting or other approved method until 
coating has set.

] ]         -- End of Section --
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