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ALUMINUM WINDOWS
05/19

**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  R,  LC,  CW and AW per f or mance cl ass 
al umi num wi ndows.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Use al umi num wi ndows ( f i xed or  oper abl e)  i n humi d 
l ocat i ons or  pr oj ect  l ocat i ons wi t h Envi r onment al  
Sever i t y Cl assi f i cat i ons ( ESC)  of  C3 t hr u C5.   Humi d 
l ocat i ons ar e t hose i n ASHRAE cl i mat e zones 0A,  1A,  
2A,  3A,  3C,  4C and 5C ( as i dent i f i ed i n ASHRAE 
90. 1) .   See UFC 1- 200- 01 f or  det er mi nat i on of  ESC 
f or  pr oj ect  l ocat i ons.   Al umi num wi l l  oxi di ze and 
t he speci f i ed f i ni sh shoul d be anodi c ( c l ear  or  
col or ed) .   Use st ai nl ess st eel  har dwar e f or  oper abl e 
parts.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

**************************************************************************
1.   Wi ndows r equi r i ng UL f i r e r at i ng must  be st eel ,  
and may occur  i n conj unct i on wi t h al umi num wi ndows 
whi ch cannot  be appr oved f or  t hi s use.   When st eel  
wi ndows ar e used i n conj unct i on wi t h al umi num,  
speci f y f i ni sh mat chi ng al umi num wi ndows.   St eel  
wi ndows shoul d be speci f i ed i n Sect i on 08 51 23 
STEEL WI NDOWS.
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2.   Al umi num wi ndows ar e not  accept abl e f or  use as 
secur i t y wi ndows whi ch shoul d be st eel ,  speci f i ed i n 
Section 08 51 23 STEEL WI NDOWS.   Secur i t y st eel  
wi ndows ar e desi gned and const r uct ed t o gi ve 
pr ot ect i on agai nst  unaut hor i zed ent r ance and r emoval  
of  mat er i al s f r om war ehouses and ot her  st or age t ype 
ar eas;  t hey ar e not  desi gned f or  det ent i on use.   
Guar d wi ndows f or  det ent i on use ar e not  i ncl uded i n 
t hi s gui de;  wher e such wi ndows ar e desi r ed,  consul t  
St eel  Wi ndow I nst i t ut e Recommended Speci f i cat i ons 
and manuf act ur er s '  dat a,  and speci f y i n Sect i on 
08 51 23 STEEL WI NDOWS.

3.   Speci f y t he f ol l owi ng i t ems of  r el at ed wor k 
under  ot her  sect i ons of  t he speci f i cat i ons:

a.   Gl ass and gl azi ng and t he f ur ni shi ng of  gl azi ng 
cl i ps and gasket s.

b.   Caul k i ng and seal ant s.

c.   St r uct ur al  bui l di ng suppor t s at  wi ndow mul l i ons.

d.   Wood subf r ames f or  wi ndows i n f r ame wal l s.

e.   Dr i l l i ng and t appi ng f or  at t achment  of  wi ndow 
shades,  dr aper y r ods,  and venet i an bl i nds.   The 
dr i l l i ng and t appi ng of  wi ndow f r ames t o r ecei ve 
br acket s f or  shades,  venet i an bl i nds,  and cur t ai n 
r ods has been omi t t ed f r om t hi s speci f i cat i on.   I t  
i s  cont empl at ed t hat  t hi s wor k wi l l  be done af t er  
er ect i on of  wi ndows by t he t r ade f or  t he i t em t o be 
i nst al l ed.   On pr oj ect s wher e f act or y dr i l l i ng f or  
t hese i t ems i s r equi r ed,  r evi se t hi s speci f i cat i on 
accordingly.

f .   Br acket s and suppor t s f or  wi ndow shades,  dr aper y 
r ods,  and venet i an bl i nds.

g.   El ect r i cal  r equi r ement s f or  mot or  dr i ven 
operators.

**************************************************************************

**************************************************************************
NOTE:   On t he dr awi ngs,  show:

1.   Si zes and t ypes of  wi ndows;  met al  and wood 
subf r ames,  casi ngs,  or  st ool s;  and har dwar e.

2.   Si zes,  l ocat i on,  and swi ng of  vent i l at or s;  
di r ect i on of  s l i de f or  s l i di ng vent i l at or s;  l ocat i on 
and det ai l s of  f i xed sash.

3.   Typi cal  wi ndow sect i ons and det ai l s.   Show gl ass 
t hi ckness.   Show speci al  gl azi ng.

4.   Met hod of  anchor i ng wi ndows t o adj oi ni ng 
const r uct i on;  s i ze and t ypes of  c l i ps,  anchor s,  
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scr ews,  or  ot her  f ast ener s.

5.   Det ai l s of  nonst r uct ur al  mul l i ons and mul l i on 
cover s;  det ai l s of  anchor i ng and r ei nf or ci ng 
nonst r uct ur al  mul l i ons at  wi ndows t o r ecei ve wi ndow 
cl eaner  anchor s.

6.   Number  and l ocat i ons of  wi ndow cl eaner  anchor s.

7.   Locat i ons of  wi ndows r equi r i ng speci al  
oper at or s.   Show met hod of  oper at i on and conceal ment  
of  oper at or s,  cabl es and r ods.   Show wi r i ng di agr am 
f or  mot or  dr i ven oper at or s.

8.   Locat i ons of  wi ndows desi gnat ed as f or ced ent r y 
resistant.

**************************************************************************

PART 1   GENERAL

1.1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

ALUMINUM ASSOCIATION (AA)

AA DAF45 (2003; Reaffirmed 2009) Designation System 
for Aluminum Finishes

AMERICAN ARCHITECTURAL MANUFACTURERS ASSOCIATION (AAMA)

AAMA 611 (2014) Voluntary Specification for 
Anodized Architectural Aluminum

AAMA 701/702 (2011) Voluntary Specification for Pile 
Weatherstripping and Replaceable 
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Fenestration Weatherseals

AAMA 901 (2016) Voluntary Specification for Rotary 
& Linear Operators in Window Applications

AAMA 902 (2016) Voluntary Specification for Sash 
Balances

AAMA 907 (2015) Voluntary Specification for 
Corrosion Resistant Coatings on Carbon 
Steel Components Used in Windows, Doors 
and Skylights

AAMA 1302.4 (1973) Specifications for Forced-Entry 
Resistant Aluminum Prime Windows

AAMA 1503 (2009) Voluntary Test Method for Thermal 
Transmittance and Condensation Resistance 
of Windows, Doors and Glazed Wall Sections

AAMA 2603 (2020) Voluntary Specification, 
Performance Requirements and Test 
Procedures for Pigmented Organic Coatings 
on Aluminum Extrusions and Panels

AAMA 2604 (2017a) Voluntary Specification, 
Performance Requirements and Test 
Procedures for High Performance Organic 
Coatings on Aluminum Extrusions and Panels

AAMA 2605 (2020) Voluntary Specification, 
Performance Requirements and Test 
Procedures for Superior Performing Organic 
Coatings on Aluminum Extrusions and Panels

AAMA WSG.1 (1995) Window Selection Guide

AAMA/WDMA/CSA 101/I.S.2/A440 (2017) North American Fenestration 
Standard/Specification for Windows, Doors, 
and Skylights

AMERICAN SOCIETY OF HEATING, REFRIGERATING AND AIR-CONDITIONING 
ENGINEERS (ASHRAE)

ASHRAE 169 (2013) Climate Data for Building Design 
Standards

ASTM INTERNATIONAL (ASTM)

ASTM A276/A276M (2017) Standard Specification for 
Stainless Steel Bars and Shapes

ASTM D3656/D3656M (2013) Standard Specification for Insect 
Screening and Louver Cloth Woven from 
Vinyl-Coated Glass Yarns

ASTM E90 (2009; R2016) Standard Test Method for 
Laboratory Measurement of Airborne Sound 
Transmission Loss of Building Partitions 
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and Elements

ASTM E413 (2016) Classification for Rating Sound 
Insulation

ASTM E1300 (2016) Standard Practice for Determining 
Load Resistance of Glass in Buildings

ASTM E1332 (2016) Standard Classification for Rating 
Outdoor-Indoor Sound Attenuation

ASTM E1886 (2019) Standard Test Method for 
Performance of Exterior Windows, Curtain 
Walls, Doors, and Impact Protective 
Systems Impacted by Missile(s) and Exposed 
to Cyclic Pressure Differentials

ASTM E1996 (2017) Standard Specification for 
Performance of Exterior Windows, Curtain 
Walls, Doors, and Impact Protective 
Systems Impacted by Windborne Debris in 
Hurricanes

ASTM F1642/F1642M (2017) Standard Test Method for Glazing 
and Glazing Systems Subject to Airblast 
Loadings

ASTM F2248 (2012) Standard Practice for Specifying an 
Equivalent 3-Second Duration Design 
Loading for Blast Resistant Glazing 
Fabricated with Laminated Glass

ASTM F2912 (2017) Standard Specification for Glazing 
and Glazing Systems Subject to Airblast 
Loadings

INTERNATIONAL WINDOW CLEANING ASSOCIATION (IWCA)

IWCA I-14.1 (2001) Window Cleaning Safety Standard

NATIONAL FENESTRATION RATING COUNCIL (NFRC)

NFRC 100 (2017) Procedure for Determining 
Fenestration Product U-Factors

NFRC 200 (2017) Procedure for Determining 
Fenestration Product Solar Heat Gain 
Coefficient and Visible Transmittance at 
Normal Incidence

NATIONAL FIRE PROTECTION ASSOCIATION (NFPA)

NFPA 101 (2018; ERTA 18-1; ERTA 18-2; ERTA 18-3; 
ERTA 18-4; TIA 18-1; TIA 18-2; TIA 18-3; 
TIA 18-4) Life Safety Code

PASSIVE HOUSE INSTITUTE - US (PHIUS)

PHIUS Certified Certified Data Program for Window 
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Performance

PASSIVE HOUSE INSTITUTE INTERNATIONAL (PHI)

Passivhaus Certified (2012) Certification of Passive House 
Suitable Components

Passivhaus Criteria (2012) Certification Criteria for 
Certified Passive House Glazings and 
Transparent Components

SCREEN MANUFACTURERS ASSOCIATION (SMA)

SMA 1004 (1987; R 1998) Aluminum Tubular Frame 
Screens for Windows

SMA 1201 (R 2013) Specifications for Insect Screens 
for Windows, Sliding Doors and Swinging 
Doors

U.S. DEPARTMENT OF DEFENSE (DOD)

UFC 4-010-01 (2018) DoD Minimum Antiterrorism Standards 
for Buildings

U.S. DEPARTMENT OF ENERGY (DOE)

Energy Star (1992; R 2006) Energy Star Energy 
Efficiency Labeling System (FEMP)

1.2   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a " G"  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

SECTION 08 51 13  Page 8



The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are [for Contractor Quality 
Control approval.][for information only.  When used, a designation 
following the "G" designation identifies the office that will review the 
submittal for the Government.]  Submittals with an "S" are for inclusion 
in the Sustainability eNotebook, in conformance with Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-02 Shop Drawings

Windows ; G[, [_____]]

Fabrication Drawings

SD-03 Product Data

Windows ; G[, [_____]]

[ Recycled Content of Aluminum Windows ; S

] Hardware ; G[, [_____]]

Fasteners ; G[, [_____]]

Window Performance ; G[, [_____]]

Thermal-Barrier Windows ; G[, [_____]]

Mullions ; G[, [_____]]

Window Cleaners' Bolts ; G[, [_____]]

Screens ; G[, [_____]]

Weatherstripping ; G[, [_____]]

Accessories ; G[, [_____]]

Adhesives

Thermal Performance ; G[, [_____]]

Energy Star Label For Residential Aluminum Window Products ; S
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SD-04 Samples

Finish Sample

Window Sample

[ Window Mock-Ups ; G[, [_____]]

] SD-05 Design Data

Structural Calculations for Deflection ; G[, [_____]]

Design Analysis ; G[, [_____]]

SD-06 Test Reports

Minimum Condensation Resistance Factor

[ Resistance to Forced Entry

][ Standard Airblast Test ; G[, [_____]]

][ Windborne-Debris-Impact Performance

] SD-07 Certificates

**************************************************************************
NOTE:   Pr ovi de engi neer ' s qual i f i cat i ons when 
r equi r ed t o show conf or mance t o UFC 4- 010- 01,  DoD 
Mi ni mum Ant i t er r or i sm Requi r ement s f or  Bui l di ngs.

**************************************************************************

[ Engineer's Qualifications

] SD-10 Operation and Maintenance Data

Windows , Data Package 1; G[, [_____]]

  Submit in accordance with Section 01 78 23  OPERATION AND 
MAINTENANCE DATA.

Plastic Identification

1.3   QUALITY ASSURANCE

1.3.1   Qualification of Manufacturer

Window manufacturer must specialize in designing and manufacturing the 
type of aluminum windows specified in this section, and have a minimum of 
[_____] years of documented successful experience.  Manufacturer must have 
the facilities capable of meeting contract requirements, single-source 
responsibility and warranty.

1.3.2   Shop Drawing Requirements

Take field measurements prior to preparation of drawings and 
fabrications.  Provide drawings that indicate elevations of windows, 
full-size sections, thickness and gages of metal, fastenings, proposed 
method of anchoring, size and spacing of anchors, details of construction, 
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method of glazing, details of operating hardware, [mullion details,] 
[method and materials for weatherstripping,] [method of attaching 
screens,] [material and method of attaching subframes,] [stools,] 
[casings,] [sills,] [trim,] [window cleaner anchors,] installation 
details, and other related items.

[ 1.3.3   Engineer's Qualifications  for Blast Design

**************************************************************************
NOTE:   Pr ovi de engi neer ' s qual i f i cat i ons when 
r equi r ed t o show conf or mance t o UFC 4- 010- 01,  DoD 
Mi ni mum Ant i t er r or i sm Requi r ement s f or  Bui l di ngs.

**************************************************************************

All blast design calculations must be performed by or under the direct 
supervision of a registered engineer with a minimum of 5 years experience 
performing blast design.  The engineer performing the blast design must be 
able to demonstrate experience on similar size projects using similar 
design methods to meet the requirements outlined in this specification.

] 1.3.4   Sample Requirements

1.3.4.1   Finish Sample Requirements  

Submit color chart of standard factory color coatings when factory-finish 
color coating is to be provided.

1.3.4.2   Window Sample  Requirements

**************************************************************************
NOTE:   Choose one of  t he f ol l owi ng opt i ons.   I ncl ude 
t he f i r st  choi ce f or  pr oj ect s r equi r i ng a l ar ge 
number  of  wi ndows.   I ncl ude t he second choi ce f or  
pr oj ect s r equi r i ng a l i mi t ed number  of  wi ndows.

**************************************************************************

[ Submit one full-size window of each type proposed for use, complete with 
AAMA Label, glazing, hardware, anchors, and other accessories.  Where 
screens or weatherstripping is required, fit sample windows with such 
items that are to be used.  After approval, install each sample in work, 
clearly identified, and record its location.

][ Submit one full-size corner of each window type proposed for use.  Where 
screens or weatherstripping is required, fit sample with such items that 
are to be used.

] [ 1.3.4.3   Mock-Ups

**************************************************************************
NOTE:   Request i ng mock- up sampl es of  al umi num 
wi ndows i s not  r equi r ed f or  most  pr oj ect s.   Si ze of  
pr oj ect  and scope of  qual i t y cont r ol  shoul d be 
car ef ul l y eval uat ed bef or e r equi r i ng Cont r act or  t o 
pr ovi de a cost l y mock- up.   Del et e par agr aph i f  
mock- ups ar e not  r equi r ed.

**************************************************************************

Before fabrication, full-size mock-up of [each type of aluminum window] 
[one window unit] [_____] complete with glass and AAMA certification label 
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for structural purposes and NFRC Temporary and Permanent Label for 
certification of thermal performance rating will be required for review of 
window construction and quality of hardware operation.

] 1.3.5   Design Data Requirements

Submit calculations to substantiate compliance with deflection 
requirements[ and Antiterrorism Performance Requirements].  A registered 
Professional Engineer must provide calculations.

Submit design analysis  with calculations showing that the design of each 
different size and type of aluminum window unit and its anchorage to the 
structure[.] [meets the requirements of paragraph ANTITERRORISM 
PERFORMANCE REQUIREMENTS.]  Calculations verifying the structural 
performance of each window proposed for use, under the given loads, must 
be prepared and signed by a registered professional engineer.  Reflect the 
window components and anchorage devices to the structure, as determined by 
the design analysis, in the shop drawings.

1.3.6   Test Report Requirements

**************************************************************************
NOTE:   I ncl ude br acket ed wor di ng when wi ndows ar e 
r equi r ed t o r esi st  bl ast  l oads al l  r equi r ed by UFC 
4- 010- 01,  DoD Mi ni mum Ant i t er r or i sm Requi r ement s f or  
Buildings.

**************************************************************************

Submit test reports for each type of window attesting that identical 
windows have been tested and meet the requirements specified herein for 
conformance to AAMA/WDMA/CSA 101/I.S.2/A440  including test size, [and] 
minimum condensation resistance factor  (CRF)[, and resistance to forced 
entry ][, and, for Antiterrorism windows, in lieu of a Design Analysis, 
results of a Standard Airblast Test].[  For Antiterrorism windows, in lieu 
of a Design Analysis, results of airblast testing, whether by arena test 
or shock tube, must be included in a test report, providing information in 
accordance with ASTM F1642/F1642M , as prepared by the independent testing 
agency performing the test.  The test results must demonstrate the ability 
of each window proposed for use to withstand the airblast loading 
parameters and achieve the hazard level rating specified in paragraph 
STANDARD AIRBLAST TEST METHOD.]

1.3.7   Certification

**************************************************************************
NOTE:   Ener gy St ar  Cer t i f i cat i on i s r equi r ed f or  
r esi dent i al  wi ndows.   FEMP Desi gnat i on,  Passi vhaus,  
and PHI US Cer t i f i cat i ons ar e met hods t o ensur e 
compl i ance wi t h t her mal  per f or mance.

**************************************************************************

Ensure that construction is performed with products that meet or exceed [
Energy Star  criteria,] [FEMP Designated criteria,] [and Passivhaus Criteria
] [ Passivhaus Certified ] [and be current in their certification].[  
Provide PHIUS Certified  window performance.]

Each prime window unit must bear the AAMA Label warranting that the 
product complies with AAMA/WDMA/CSA 101/I.S.2/A440 .  Certified test 
reports attesting that the prime window units meet the requirements of 
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AAMA/WDMA/CSA 101/I.S.2/A440 , including test size, will be acceptable in 
lieu of product labeling.

1.4   DELIVERY AND STORAGE

Deliver windows to project site in an undamaged condition.  Use care in 
handling and hoisting windows during transportation and at the jobsite. 
Store windows and components out of contact with the ground, under a 
weathertight covering, so as to prevent bending, warping, or otherwise 
damaging the windows.  Repair damaged windows to an "as new" condition as 
approved.  If windows can not be repaired, provide a new unit.

1.5   PLASTIC IDENTIFICATION

**************************************************************************
NOTE:   The mar ki ng syst em i ndi cat ed bel ow i s 
i nt ended t o pr ovi de assi st ance i n i dent i f i cat i on of  
pr oduct s f or  maki ng subsequent  deci s i ons as t o 
handl i ng,  r ecycl i ng,  or  di sposal .

**************************************************************************

Label plastic products provided to indicate their polymeric composition 
according to the following list.  Where products are not labeled, provide 
product data indicating polymeric information in Operation and Maintenance 
Manual.

a.  Type 1:  Polyethylene Terephthalate (PET, PETE).

b.  Type 2:  High Density Polyethylene (HDPE).

c.  Type 3:  Vinyl (Polyvinyl Chloride or PVC).

d.  Type 4:  Low Density Polyethylene (LDPE).

e.  Type 5:  Polypropylene (PP).

f.  Type 6:  Polystyrene (PS).

g.  Type 7:  Other. Use of this code indicates that the package in 
question is made with a resin other than the six listed above, or is 
made of more than one resin listed above, and used in a multi-layer 
combination.

1.6   PERFORMANCE REQUIREMENTS

1.6.1   Wind Loading Design Pressure

Design window components, including mullions, hardware, and anchors, to 
withstand a wind-loading design pressure of at least [_____]  pascal  pounds 
per square foot (psf) .

[ 1.6.2   Tests

Test windows proposed for use in accordance with 
AAMA/WDMA/CSA 101/I.S.2/A440  for the particular type and quality window 
specified.

Perform tests by a nationally recognized independent testing laboratory 
equipped and capable of performing the required tests.  Submit the results 
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of the tests as certified laboratory reports required herein.

Minimum design load for a uniform-load structural test must be  2400 pascal  
50 psf .

[ Test projected windows in accordance with the applicable portions of the 
AAMA WSG.1 for air infiltration, water resistance, uniform-load 
deflection, and uniform-load structural test.

][ Test double-hung windows in accordance with the applicable portions of the 
AAMA WSG.1 for air infiltration, water resistance, uniform-load 
deflection, and uniform-load structural test.

] ] 1.7   DRAWINGS

Submit the Fabrication Drawings  for aluminum window units showing complete 
window assembly including hardware, weatherstripping, and subframe 
assembly details.

1.8   WINDOW PERFORMANCE

**************************************************************************
NOTE:   St r uct ur al  per f or mance,  ai r  i nf i l t r at i on and 
wat er  penet r at i on ar e st andar d per f or mance 
r equi r ement s f or  al l  al umi num wi ndow t ypes.

Desi gn must  meet  t he r equi r ement s of  UFC 1- 200- 02,  
" Hi gh Per f or mance and Sust ai nabl e Bui l di ng 
Requi r ement s"  whi ch i nvokes t he r equi r ement s wi t hi n 
UFC 3- 101- 01,  " Ar chi t ect ur e" .   UFC 1- 00- 02 and UFC 
3- 101- 01 make r ef er ences t hr oughout  t o var i ous 
ASHRAE document s gover ni ng ener gy ef f i c i ency and 
r equi r ement s f or  t he component s of  bui l di ng envel ope 
desi gn i ncl udi ng f enest r at i ons and gl azi ng.

ANTI TERRORI SM PERFORMANCE REQUI REMENTS and SOUND 
ATTENUATI ON sect i ons bel ow ar e opt i onal  t o desi gner ,  
and must  be omi t t ed or  r evi sed as needed t o meet  
pr oj ect  r equi r ement s.

Appl i cabi l i t y  of  UFC 4- 010- 01 DoD Mi ni mum 
Ant i t er r or i sm St andar ds f or  Bui l di ngs

The ant i t er r or i sm ( AT)  st andar ds cont ai ned i n UFC 
4- 010- 01 DO NOT est abl i sh t he Desi gn Basi s Thr eat  
( DBT)  or  t he Level  of  Pr ot ect i on ( LOP)  f or  DoD 
bui l di ngs.   I nst al l at i on Ant i t er r or i sm Pl ans may 
def i ne a DBT f or  t he i nst al l at i on.   Use UFC 4- 020- 01 
( Secur i t y Engi neer i ng:  Faci l i t i es Pl anni ng Manual )  
t o est abl i sh and/ or  val i dat e t he DBT and LOP f or  
i ndi v i dual  pr oj ect s.  The pr ocess out l i ned i n UFC 
4- 020- 01 wi l l  det er mi ne i f  t he mi ni mum AT st andar ds 
ar e adequat e or  i f  addi t i onal  pr ot ect i ve measur es 
ar e r equi r ed.   Wher e a speci f i c  DBT and LOP ar e 
i dent i f i ed,  addi t i onal  gui dance i s i ncl uded i n 
Appendi x B ( Best  Pr act i ces)  of  UFC 04- 010- 01.   For  
bui l di ngs t hat  ar e out si de an i nst al l at i on 
per i met er ,  use UFC 4- 020- 01 t o est abl i sh t he DBT and 
LOP.   The DBT and LOP wi l l  r esul t  i n a 
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r epr esent at i ve st andof f  di st ance f or  t he appr opr i at e 
const r uct i on -  wi ndow syst ems ( gl azi ng,  f r ame,  
connect i ons)  i n t hi s i nst ance.

A st r uct ur al  anal ysi s wi l l  need t o be per f or med t o 
det er mi ne i f  t he most  st r i ngent  l oadi ng on wi ndow 
assembl y i s f r om ant i t er r or i sm bl ast  l oads or  
wi ndbor ne debr i s i n hi gh wi nd r egi ons.

**************************************************************************

Aluminum windows must meet the following performance requirements.  
Perform testing requirements by an independent testing laboratory or 
agency.

1.8.1   Structural Performance

Structural test pressures on window units must be for positive load 
(inward) and negative load (outward).  After testing, there will be no 
glass breakage, permanent damage to fasteners, hardware parts, support 
arms or actuating mechanisms or any other damage which could cause window 
to be inoperable.  There must be no permanent deformation of any main 
frame, sash or ventilator member in excess of the requirements established 
by AAMA/WDMA/CSA 101/I.S.2/A440  for the window types and classification 
specified in this section.

[ 1.8.2   Antiterrorism Performance Requirements

Windows must meet the antiterrorism performance criteria as specified in 
the paragraphs below in accordance with UFC 4-010-01 .  Conformance to the 
performance requirements must be validated by one of the following methods.

1.8.2.1   Computational Design Analysis Method

Design window assembly to the criteria listed herein.  Include 
computational design analysis calculations verifying the structural 
performance of each window assembly proposed for use, under the given 
static equivalent loads.

Design window frames, mullions, sashes, and glazing to the criteria listed 
herein.  Include computational design analysis calculations verifying the 
structural performance of each window system proposed for use, under the 
given static equivalent loads.

  
**************************************************************************

NOTE:   The bl anks i n t he f ol l owi ng par agr aph shoul d 
be t he val ue of  t he equi val ent  3- second dur at i on 
desi gn l oadi ng obt ai ned f r om Fi gur e 1 of  ASTM F2248 
f or  t he expl osi ve wei ght  and st andof f  di st ance 
combi nat i on ( based on t he est abl i shed DBT/ LOP)  t hat  
i s bei ng desi gned f or  i n t hi s pr oj ect .   Thi s sect i on 
must  be compl et ed by an engi neer  exper i enced i n 
bl ast - r esi st ant  desi gn.  

**************************************************************************

Glazing resistance must be greater than equivalent 3-second duration 
loading of [_____]  Pascal  pounds  per square foot (psf) for type [_____] 
window[ and [_____]  Pascal  psf  for the remaining window types].  The 
glazing frame bite for the window frames must be in accordance with 
ASTM F2248. 
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Design Aluminum/Steel window framing members to restrict deflections of 
the edges of glazing they support to L/60 under two times (2X) the glazing 
resistance per the requirements of ASTM F2248 and ASTM E1300.

**************************************************************************
NOTE:   Connect i on Desi gn:   For  mul l i on and f r ami ng 
member s desi gned usi ng dynami c anal ysi s or  shown t o 
wor k t hr ough ai r bl ast  t est i ng,  al l  connect i ons 
bet ween mul l i ons and/ or  f r ami ng member s and al l  
connect i ons of  st or ef r ont  syst ems t o t he suppor t i ng 
st r uct ur e must  be desi gned f or  t he f ul l  dynami c 
capaci t y of  t he at t ached member  or  t he maxi mum 
cal cul at ed dynami c r eact i on wi t h a l oad f act or  equal  
t o 1. 0.   Use ul t i mat e capaci t y of  f ast ener s as 
r ecommended by t he f ast ener  manuf act ur er  wi t h a 
capaci t y r educt i on f act or  of  0. 75.   Use Load and 
Resi st ance Fact or  Desi gn ( LRFD)  wi t h appr opr i at e 
r educt i on ( phi )  f act or s per  mat er i al  speci f i c  code 
f or  desi gn of  connect i ons component s i nt o suppor t i ng 
st r uct ur e.   Al l  dynami c and st at i c mat er i al  st r engt h 
i ncr ease f act or s f or  t he connect i on component s must  
be equal  t o 1. 0.   Al l  connect i on desi gns must  be 
per f or med checki ng al l  convent i onal  f ai l ur e 
mechani sms.   See Engi neer i ng Techni cal  Repor t  ( PDC 
TR- 10- 02)  t i t l ed Bl ast  Resi st ant  Desi gn Met hodol ogy 
f or  Wi ndow Syst ems Desi gned St at i cal l y and 
Dynami cal l y at  USACE Pr ot ect i ve Desi gn Cent er  
( Websi t e l i nk:  
https://pdc.usace.army.mil/library/tr/10-02 )  f or  
addi t i onal  i nf or mat i on.   Cal cul at i ons/ Desi gn 
Anal ysi s f or  t he connect i on desi gn as st at ed above 
must  be compl et ed by an engi neer  exper i enced i n 
bl ast - r esi st ant  desi gn.

**************************************************************************

**************************************************************************
NOTE:   Use t he f i r st  br acket ed r equi r ement  bel ow i f  
t he maxi mum ai r  bl ast  pr essur e i s gr eat er  t han 
one- hal f  t he magni t ude of  t he l oad r esi st ance of  t he 
bl ast  r esi st ant  gl azi ng.

Use t he second br acket ed r equi r ement  bel ow i f  t he 
maxi mum ai r  bl ast  pr essur e i s l ess t han one- hal f  t he 
magni t ude of  t he l oad r esi st ance of  t he bl ast  
r esi st ant  gl azi ng.

**************************************************************************

[ Anchor window frames to the supporting structure with anchors designed to 
resist [two times (2X)][one time (1X)] the glazing resistance in 
accordance with ASTM F2248 and ASTM E1300.

] 1.8.2.2   Dynamic Design Analysis Method

**************************************************************************
NOTE:   The bl anks i n t he f ol l owi ng par agr aph shoul d 
be t he val ue of  t he peak posi t i ve pr essur e and 
i mpul se f or  t he expl osi ve wei ght  and st andof f  
di st ance combi nat i on ( based on t he est abl i shed 
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DBT/ LOP)  t hat  i s bei ng desi gned f or  i n t hi s 
pr oj ect .   Choose t he f i r st  br acket ed i t ems,  l ow 
hazar d r at i ng/ ver y l ow l evel  of  pr ot ect i on f or  
i nhabi t ed bui l di ng occupancy as def i ned i n UFC 
4- 010- 01 ( Tabl e B- 1) .   Choose t he second br acket ed 
i t ems,  ver y l ow hazar d r at i ng/ l ow l evel  of  
pr ot ect i on f or  pr i mar y gat her i ng/ bi l l et i ng bui l di ng 
occupancy as def i ned i n UFC 4- 010- 01 ( Tabl e B- 1) .   
Dynami c anal ysi s i s pr ef er r ed because i t  t ypi cal l y 
y i el ds a mor e appr opr i at e and economi cal  /  ef f i c i ent  
desi gn.   The val ues f or  i nput  i nt o t he bl anks i n t he 
f ol l owi ng par agr aph r el at ed t o ‘ duct i l i t y  r at i o’  and 
‘ maxi mum suppor t  r ot at i on’  ( f or  t he appr opr i at e 
l evel  of  pr ot ect i on – ver y l ow,  l ow)  f or  st eel  and 
al umi num f r ami ng/ mul l i ons  can be f ound i n 
Engi neer i ng Techni cal  Repor t  ( PDC TR- 10- 02)  t i t l ed 
Bl ast  Resi st ant  Desi gn Met hodol ogy f or  Wi ndow 
Syst ems Desi gned St at i cal l y and Dynami cal l y at  USACE 
Pr ot ect i ve Desi gn Cent er  ( Websi t e l i nk:   
https://pdc.usace.army.mil/library/tr/10-02 ) .   Thi s 
sect i on must  be compl et ed by an engi neer  exper i enced 
i n bl ast - r esi st ant  desi gn.

**************************************************************************

Design window assembly using a dynamic analysis to prove the system will 
provide performance equivalent to or better than a [low];[very low]; 
[_____] hazard rating in accordance with ASTM F2912 for the peak positive 
pressure of  [_____] kilopascals (kPa)  [_____]pounds per square inch (psi)  
and peak positive phase impulse of  [_____] kilopascal-millisecond 
(kPa-msec)  [_____] pounds per square inch - millisecond (psi-msec) .  Use a 
triangular blast load using the applicable pressure and impulse indicated 
above.  The allowable response limits of [aluminum] [steel] frame elements 
are as follows:  Maximum ductility ratio of [_____] and maximum support 
rotation of [_____] degrees.

1.8.2.3   Standard Airblast Test  Method

**************************************************************************
NOTE:   The bl anks i n t he f ol l owi ng par agr aph shoul d 
be t he val ue of  t he peak posi t i ve pr essur e and 
i mpul se f or  t he expl osi ve wei ght  and st andof f  
di st ance combi nat i on ( based on t he est abl i shed 
DBT/ LOP)  t hat  i s bei ng desi gned f or  i n t hi s 
pr oj ect .   Choose t he f i r st  br acket ed i t ems,  l ow 
hazar d r at i ng/ ver y l ow l evel  of  pr ot ect i on f or  
i nhabi t ed bui l di ng occupancy as def i ned i n UFC 
4- 010- 01.   Choose t he second br acket ed i t ems,  ver y 
l ow hazar d r at i ng/ l ow l evel  of  pr ot ect i on f or  
pr i mar y gat her i ng bui l di ng occupancy as def i ned i n 
UFC 4- 010- 01.   Thi s sect i on must  be compl et ed by an 
engi neer  exper i enced i n bl ast - r esi st ant  desi gn.

**************************************************************************

As an alternative to the 'Computational Design Analysis Method' and 
'Dynamic Design Analysis Method' indicated above, window [_____] assembly 
may be tested for evaluation of hazards generated from airblast loading in 
accordance with ASTM F1642/F1642M  by an independent testing agency 
regularly engaged in blast testing.  For proposed window systems that are 
of the same type as the tested system but of different size, the test 
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results may be accepted provided the proposed window size is within the 
range from 25 percent smaller to 10 percent larger in area and aspect 
ratio of the original qualified tested glazing systems in accordance with 
ASTM F2912.  Proposed window system/assembly of a size outside this range 
will require testing to evaluate their hazard rating or are certified by 
the 'Dynamic Design Analysis Method' indicated above.  Testing may be by 
shock tube or arena test.  Perform the test on the entire proposed window 
system/assembly, including, the glazing, its framing/support system, 
operating devices, and all anchorage devices.  Window support system 
replicate anchorage of the window support system with the method of 
installation to be used for the project.  The minimum airblast loading 
parameters for the test will be as follows: peak positive pressure of  
[_____] kilopascals (kPa)  [_____] pounds per square inch (psi)  and peak 
positive phase impulse of  [_____] kilopascal-millisecond (kPa-msec)  
[_____] pounds per square inch - millisecond (psi-msec) .  The hazard 
rating for the proposed window systems, as determined by the rating 
criteria of ASTM F2912, to provide performance equivalent to or better 
than a [low];[very low]; [_____] hazard rating (i.e. the "No Break", "No 
Hazard", "Minimal Hazard", "Very Low Hazard" and “Low Hazard” ratings are 
acceptable.  "High Hazard" ratings are unacceptable.  Results of window 
systems previously tested by test protocols other than ASTM F1642/F1642M  
may be accepted provided the required loading, hazard level rating, and 
size limitations stated herein are met.

] 1.8.3   Air Infiltration

Air infiltration must not exceed the amount established by 
AAMA/WDMA/CSA 101/I.S.2/A440  for each window type.

1.8.4   Water Penetration

Water penetration must not exceed the amount established by 
AAMA/WDMA/CSA 101/I.S.2/A440  for each window type.

1.8.5   Thermal Performance

**************************************************************************
NOTE:   Wi ndow pr oper t i es ar e cr i t i cal  t o ener gy 
per f or mance and comf or t .   Speci f y l ow U val ue ( r at e 
of  heat  t r ansf er )  t o r educe wi nt er  heat  l oss and 
summer  heat  gai n.

Ener gy St ar  l abel i ng i s appl i cabl e t o r esi dent i al  
uni t s onl y.

For  nonr esi dent i al  appl i cat i ons,  r ef er  t o UFC 
1- 200- 02,  Hi gh Per f or mance and Sust ai nabl e Bui l di ng 
Requi r ement s,  f or  mi ni mum r equi r ement s f or  ener gy 
ef f i c i ency and meet i ng mi ni mum bui l di ng envel ope 
r equi r ement s of  UFC 3- 101- 01 i ncl udi ng f enest r at i ons 
and gl azi ng.

Coor di nat e wi t h Sect i on 08 81 00 GLAZI NG.   Desi gner  
must  ver i f y avai l abi l i t y  and adequat e compet i t i on 
f or  pr oduct s meet i ng br acket ed ener gy per f or mance 
r equi r ement s bef or e speci f y i ng and edi t  as needed.

**************************************************************************

Windows (including frames and glass) will be independently tested and 
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certified with a Solar Heat Gain Coefficient (SHGC) determined according 
to NFRC 200 procedures and a whole window U-factor determined in 
accordance with NFRC 100 within the ranges as indicated below according to 
the ASHRAE 169 Climate Zone of the project location.[  Windows used solely 
within the interior of a conditioned envelope are exempted from meeting 
U-Factor and SHGC requirements, unless otherwise noted.]  Provide visual 
Transmittance (VT) of 0.5 or greater.  Submit documentation supporting 
compliance with Energy Star, FEMP designated, and Passive House 
qualifications as applicable.  Provide proof of Energy Star label for 
residential aluminum window products .

[ 1.8.5.1   Southern Climate

Windows installed in Climate Zone [1] [2] will have a U-Factor of  [1.3] 

[1.25] [_____] W/m 2. degrees C  [0.40][_____] BTU/h . ft 2. degrees F  or less and 
a SHGC of [0.25] [_____] or less.

][ 1.8.5.2   South-Central Climate

Windows installed within Climate Zone 3 will have a U-Factor of  [0.85] 

[1.25] [_____] W/m 2. degrees C  [0.30][_____] BTU/h . ft 2. degrees F  or less and 
a SHGC of [0.25] [_____] or less.

][ 1.8.5.3   North-Central Climate

Windows installed within Climate Zone 4 will have a U-Factor of  [0.85] 

[1.25] [_____] W/m 2. degrees C  [0.30] [_____] BTU/h . ft 2. degrees F  or less 
and a SHGC of [0.36] [_____] or less.

][ 1.8.5.4   Northern Climate

Windows installed within Climate Zone [5] [6] [7] will have a U-Factor of  

[0.65] [1.25][_____] W/m 2. degrees C  [0.27] [_____] BTU/h . ft 2. degrees F  or 
less and a SHGC of [0.36] [0.41] [_____] or less.

][ 1.8.5.5   Subarctic Climate

Windows installed within Climate Zone 8 will have a U-Factor of  [0.45] 

[1.25] [_____] W/m 2. degrees C  [0.08] [0.22] [_____] BTU/h . ft 2. degrees F  or 
less.  There is no SHGC limit for this climate zone.

] [ 1.8.6   Life Safety Criteria

**************************************************************************
NOTE:   Desi gner  must  i ndi cat e on t he dr awi ngs whi ch 
wi ndows ser ve as r escue and/ or  secondar y means of  
escape.

**************************************************************************

Provide windows that conform to NFPA 101  Life Safety Code when rescue 
and/or second means of escape are indicated.

][ 1.8.7   Sound Attenuation

**************************************************************************
NOTE:   Al umi num envi r onment al  cont r ol  wi ndows have a 
" bui l t - i n"  sound at t enuat i on.   Thi s par agr aph wi l l  
be used onl y when sound at t enuat i on i s a desi gn 
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par amet er .   Use out si de- i ndoor  t r ansmi ssi on cl ass 
( OI TC)  when ext er i or  sour ce noi se i s a concer n.

**************************************************************************

When tested in accordance with AAMA/WDMA/CSA 101/I.S.2/A440  or the 
following below, provide a minimum Sound Transmission Class (STC) of 35 in 
accordance with ASTM E90 and as determined by ASTM E413 or Outside-Indoor 
Transmission Class (OITC) of 25 in accordance with ASTM E1332 and as 
determined by ASTM E413 with the window glazed with  13 mm  1/2 inch  air 
space between two pieces of  6 mm  1/4 inch .

][ 1.8.8   Windborne-Debris-Impact Performance

**************************************************************************
NOTE:   Ret ai n WI NDBORNE- DEBRI S- I MPACT RESI STANCE 
Par agr aph i f  r equi r ed by Pr oj ect .   The UFC 1- 200- 01 
DoD Bui l di ng Code ci t ed I BC def i nes wi ndbor ne debr i s 
r egi ons.   Enhanced pr ot ect i on appl i es t o essent i al  
f aci l i t i es.   Ver i f y s i t e speci f i c  r equi r ement s wi t h 
t he AHJ.   Del et e i t ems not  r equi r ed.

**************************************************************************

Exterior window system including glazing must comply with indicated basis 
or enhanced protection testing requirements in ASTM E1996 for [Wind Zone 
1] [Wind Zone 2] [Wind Zone 3] [Wind Zone 4] when tested according to 
ASTM E1886.  Test specimens must be no smaller in width and length than 
glazing indicated for use on Project and must be installed in same manner 
as glazing indicated for use on Project.

a.  Refer to drawings for classification of window requiring basic or 
enhanced protection.

[ b.  Large-Missile Test:  For glazing located within  9.1 m  30 feet  of grade.

][ c.  Small-Missile Test:  For glazing located more than  9.1 m  30 feet  above 
grade.

] ] 1.9   WARRANTY

Provide Manufacturer's standard performance guarantees or warranties that 
extend beyond a 1 year period.

PART 2   PRODUCTS

2.1   WINDOWS

**************************************************************************
NOTE:   AAMA/ WDMA/ CSA 101/ I . S. 2/ A440 i ncl udes a 
desi gnat i on syst em wi t h a f our  par t  code,  whi ch 
i ncl udes Pr oduct  Type,  Per f or mance Cl ass,  
Per f or mance Gr ade ( desi gn pr essur e)  and maxi mum si ze 
t est ed t o achi eve desi r ed r at i ng ( exampl e Doubl e 
Hung or  H,  CW30 760 by 1520 ( 30 by 60) ) .   Pr oduct  
Type i s an abbr evi at i on f or  wi ndow t ype ( AP f or  
awni ng,  hopper ,  pr oj ect ed wi ndow,  C f or  casement ,  H 
f or  hung,  et c. ) .   Per f or mance cl asses r epr esent  t he 
l evel  of  per f or mance ( R,  LC,  CW and AW) .   
Per f or mance Gr ade r epr esent s t he desi gn pr essur e t o 
whi ch t he wi ndow i s const r uct ed.
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AAMA/ WDMA/ CSA 101/ I . S. 2/ A440 est abl i shes mi ni mum 
Per f or mance Gr ade f or  each Per f or mance Cl ass:   15 
f or  R ( cor r espondi ng t o a desi gn pr essur e of  720 Pa 
15 psf ) ;  25 f or  LC ( cor r espondi ng t o a desi gn 
pr essur e of  1200 Pa 25 psf ) ;  30 f or  CW 
( cor r espondi ng t o a desi gn pr essur e of  1440 Pa 30 psf
) ;  and 40 f or  AW ( cor r espondi ng t o a desi gn pr essur e 
of  1920 Pa 40 psf ).

AAMA/ WDMA/ CSA 101/ I . S. 2/ A440 al so i ncl udes cr i t er i a 
f or  speci f y i ng wi ndows r equi r ed t o meet  hi gher  
desi gn pr essur es i f  mi ni mum pr essur e i s i nadequat e.  
These wi ndows ar e desi gnat ed as Opt i onal  Per f or mance 
Gr ade and shoul d be speci f i ed i n i ncr ement s of  240 Pa
 5 psf  above t he mi ni mum Per f or mance Gr ade.

**************************************************************************

**************************************************************************
NOTE:   Consul t  AAMA 1503 " Vol unt ar y Test  Met hod f or  
Tr ansmi t t ance and Condensat i on Resi st ance of  
Wi ndows,  Door s and Gl azed Wal l  Sect i ons"  and sel ect  
t he mi ni mum Condensat i on Resi st ance Fact or  ( CRF)  
r equi r ed f or  t he par t i cul ar  pr oj ect  condi t i ons.

**************************************************************************

**************************************************************************
NOTE:   Consul t  AAMA/ WDMA/ CSA 101/ I . S. 2/ A440 t o 
cal cul at e desi gn pr essur e( s)  appl i cabl e t o t he 
pr oj ect .   Adj ust  " desi gn f act or s"  because naval  
f aci l i t i es ar e t ypi cal l y l ess t han 100 mi l es f r om 
hur r i cane ocean l i ne.

**************************************************************************

**************************************************************************
NOTE:   Use mat er i al s wi t h r ecycl ed cont ent  wher e 
appr opr i at e f or  use.   Ver i f y sui t abi l i t y ,  
avai l abi l i t y  wi t hi n t he r egi on,  cost  ef f ect i veness 
and adequat e compet i t i on bef or e speci f y i ng pr oduct  
r ecycl ed cont ent  r equi r ement s.

**************************************************************************

Provide prime windows that comply with AAMA/WDMA/CSA 101/I.S.2/A440  and 
the requirements specified herein.  In addition to compliance with 
AAMA/WDMA/CSA 101/I.S.2/A440 , window framing members for each individual 
light of glass must not deflect to the extent that deflection 
perpendicular to the glass light exceeds L/175 of the glass edge length 
when subjected to uniform loads at specified design pressures.  Provide 
Structural calculations for deflection  to substantiate compliance with 
deflection requirements.  Provide windows of types, performance classes, 
performance grades, combinations, and sizes indicated or specified.[  
Provide aluminum window frames with a minimum recycled content of 20 
percent.  Provide data identifying percentage of recycled content of 
aluminum windows .]  Design windows to accommodate hardware, glass, 
weatherstripping, screens, and accessories to be furnished.  Each window 
must be a complete factory assembled unit with or without glass 
installed.  Dimensions shown are minimum.  Provide windows with insulating 
glass and thermal break necessary to achieve a minimum Condensation 
Resistance Factor (CRF) of [_____] when tested in accordance with AAMA 1503.  
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Provide manufacturer's standard hardware fabricated from aluminum, 
stainless steel, carbon steel complying with AAMA 907, or other 
corrosion-resistant material compatible with adjacent materials; designed 
to smoothly operate, tightly close, and securely lock windows, and sized 
to accommodate sash weight and dimensions.

**************************************************************************
NOTE:   Per f or mance Gr ades r epr esent  desi gn pr essur e 
val ues f or  whi ch pr oduct s have been t est ed.  Speci f y 
an Opt i onal  Per f or mance Gr ade wher e a hi gher  t han 
mi ni mum Per f or mance Gr ade i s desi r ed due t o sever e 
weat her  condi t i ons and wi nd l oadi ngs.   Opt i onal  
Per f or mance Gr ade wi ndows must  be t est ed i n 
compl i ance wi t h AAMA/ WDMA/ CSA 101/ I . S. 2/ A440.   
Test i ng must  subst ant i at e r equi r ement s f or  uni f or m 
l oadi ng ( st r uct ur al ) ,  wat er  r esi st ance,  and ai r  
infiltration.

**************************************************************************

2.1.1   Awning Windows (AP)

Type AP-[R15] [LC25] [CW30] [AW40] [ [R] [LC] [CW] [AW]- [_____] (Optional 
Performance Grade)].  Conceal operating mechanism within the frame members 
or enclose within a metal casing not less than  1.59 mm  0.0625 inch  thick 
sheet aluminum.

2.1.2   Casement Windows (C)

Type C-[R15] [LC25] [CW30] [AW40] [ [R] [LC] [CW] [AW]- [_____] (Optional 
Performance Grade)].  Ventilators must be[ rotary crank][ handle] 
operated.  Provide ventilators over  1650 millimeters  65 inches  high with 
two separate locking devices or a two-point locking device operated by 
rods from a single lever handle.  Conceal rods where possible.[  Provide 
casement windows in combination with [fixed][projected] windows specified 
below.]

2.1.3   Hung Windows (H)

**************************************************************************
NOTE:   Ti l t - i n wi ndows most  l i kel y wi l l  not  meet  
ATFP pr essur e r equi r ement s and shoul d not  be 
speci f i ed i f  f or ce pr ot ect i on i s r equi r ed.

**************************************************************************

[Double][_____] Hung, Type H-[R15] [LC25] [CW30 ][AW40] [ [R] [LC] [CW] 
[AW]- [_____] (Optional Performance Grade)].  Test and rate sash balance 
to conform with AAMA 902.

Design windows, mullions, hardware, and anchors to withstand the wind 
loading specified.

2.1.4   Horizontal Sliding Windows (HS)

Type HS-[R15] [LC25] [CW30] [AW40] [ [R] [LC] [CW] [AW]- [_____] (Optional 
Performance Grade)].

2.1.5   Projected Windows (AP)

Type AP-[R15] [LC25] [CW30] [AW40] [ [R] [LC] [CW] [AW]- [_____] (Optional 
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Performance Grade)].  Provide projected windows with concealed four bar 
friction hinges only.  Gear-type rotary hardware to comply with AAMA 901.  
Provide operators that function without requiring the removal of interior 
screens.

2.1.6   Top-Hinged  Windows (TH)

Type TH-[CW30] [AW40] [ [CW] [AW]- [_____] (Optional Performance Grade)].  
Top-hinged windows must be [inswinging][outswinging].

2.1.7   Vertically Pivoted Windows (VP)

**************************************************************************
NOTE:   Pi vot i ng wi ndows most  l i kel y wi l l  not  meet  
ATFP pr essur e r equi r ement s and shoul d not  be 
speci f i ed i f  f or ce pr ot ect i on i s r equi r ed.

**************************************************************************

Type VP-[R15] [LC25] [CW30] [AW40] [ [R] [LC] [CW] [AW]-[_____] (Optional 
Performance Grade)].[  Provide window with remotely operated venetian 
blind mounted between an access sash and the main sash.]

2.1.8   Fixed Windows (F)

Type F-[R15] [LC25] [CW30] [AW40] [ [R] [LC] [CW] [AW]- [_____] (Optional 
Performance Grade)].

2.1.9   Forced Entry Resistant Windows

**************************************************************************
NOTE:   Convent i onal  al umi num wi ndows of f er  nomi nal  
r esi st ance t o f or ced ent r y by unski l l ed or  
oppor t uni st i c i nt r uder s.   Whi l e t her e i s no way t o 
make a wi ndow absol ut el y " bur gl ar  pr oof , "  wi ndows 
compl yi ng wi t h AAMA 1302 can pr ovi de r easonabl e 
assur ance t hat  ent r y,  or  at t empt ed ent r y,  wi l l  l eave 
ampl e evi dence of  " f or ced ent r y. "   I t  est abl i shes 
onl y a pass/ f ai l  condi t i on when speci f i c  
concent r at ed l oads ar e appl i ed t o sash or  vent i l at or  
i n at t empt  t o open or  r emove sash or  vent i l at or  f r om 
wi ndow f r ame and speci f i es no measur ed t i me del ay.   
I t  pr ovi des moder at e degr ee of  secur i t y agai nst  
unski l l ed or  oppor t uni st i c i nt r uder  at  l i t t l e or  no 
addi t i onal  cost .   When f or ced ent r y r esi st ant  
wi ndows ar e speci f i ed,  coor di nat e gl azi ng 
r equi r ement s and speci f y i mpact  r esi st ant  gl ass and 
gl azi ng mat er i al s i n Sect i on 08 81 00 GLAZI NG.

For  pr oj ect s r equi r i ng secur i t y wi ndows,  speci f y 
st eel  secur i t y wi ndows i n Sect i on 08 51 23 STEEL 
WI NDOWS.   Pr ot ect i on i n hi gh cr i me ar eas agai nst  
ski l l ed pr of essi onal  i nt r uder s r equi r es a mor e 
sophi st i cat ed appr oach t o physi cal  secur i t y.  Consul t  
Desi gn Manual  13. 1 " Physi cal  Secur i t y"  f or  
recommendations.

**************************************************************************

In addition to meeting the requirements of AAMA/WDMA/CSA 101/I.S.2/A440 , 
windows designated for resistance to forced entry must conform to the 
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requirements of AAMA 1302.4 .

2.1.10   Glass and Glazing

Materials are specified in Section 08 81 00  GLAZING.

2.1.11   Caulking and Sealing

Are specified in Section 07 92 00  JOINT SEALANTS.

2.1.12   Weatherstripping

AAMA/WDMA/CSA 101/I.S.2/A440 .  Provide for all ventilating (operable) sash 
for all windows.  Provide woven wool pile weatherstripping  5.3 millimeter  
0.210 inch  thick, conforming to AAMA 701/702 , or polypropylene 
multifilament fiber weatherstripping installed in an integral 
weatherstripping groove in the sash or frame, and flexible 
polyvinylchloride weatherstripping installed in the sill member.

2.1.13   Sash Poles

Seamless aluminum tube,  1.59 mm  0.0625 inch  minimum wall thickness,  25 mm  
one inch  diameter, [_____]  m feet  long, with cast aluminum hook and 
protective cover or tip on the lower end.  Finish must match windows.

2.2   FABRICATION

Fabrication of window units must comply with AAMA/WDMA/CSA 101/I.S.2/A440 .

2.2.1   Provisions for Glazing

**************************************************************************
NOTE:   Speci f y gl ass t hi ckness and vi nyl  gasket s i n 
Section 08 81 00 GLAZI NG.   I nsi de gl azi ng i s 
pr ef er r ed,  especi al l y f or  wi ndows above f i r st  f l oor  
and ot her  l ocat i ons wher e access i s di f f i cul t .  
Wi ndows desi gned f or  i nsi de gl azi ng may not  be 
avai l abl e i n doubl e- hung t ype;  check manuf act ur er s '  
l i t er at ur e.   Wher e pr oj ect  r equi r es i nsul at i ng 
gl ass,  show sash member s,  gl azi ng beads,  and 
har dwar e of  suf f i c i ent  s i ze and wei ght  t o r ecei ve 
and suppor t  gl ass of  t hi ckness speci f i ed.   Al l ow 3 mm
 1/ 8 i nch mi ni mum bet ween each si de of  i nsul at i ng 
gl ass and met al  f r ame and bet ween edges of  gl ass and 
f r ame f or  gl azi ng compound and expansi on.   Dr awi ngs 
must  c l ear l y i ndi cat e met hod f or  secur i ng i nsul at i ng 
gl ass i n pl ace.

**************************************************************************

**************************************************************************
NOTE:   I ncl ude t he br acket  opt i on f or  mi ni mum 
gl azi ng f r ame bi t e r equi r ement s when per sonnel  
densi t y i s gr eat er  t han one per son per  40 squar e 
meters  430 squar e f eet  and mi ni mum ATFP st andof f  
di st ances ar e met .   Thi s does not  i ncl ude guar d t ype 
f aci l i t i es,  s i ngl e and dupl ex det ached f ami l y 
housi ng.   These r equi r ement s ar e speci f i ed i n 
Depar t ment  of  Def ense  Ant i t er r or i sm St andar ds f or  
Buildings.
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**************************************************************************

Design windows and rabbets suitable for glass thickness shown [or 
specified].[  For minimum antiterrorism windows, attach glazing to its 
supporting frame using structural silicone sealant or adhesive glazing 
tape in accordance with ASTM F2248.]  Design sash for[ inside][ outside][ 
single][ double] glazing and for securing glass with[ metal beads,][ 
glazing clips,][ glazing channels,] or glazing compound.

2.2.2   Fasteners

Use window manufacturer's standard for windows, trim, and accessories.  
Self-tapping sheet-metal screws are not acceptable for material more than  
2 mm 1/16 inch  thick.

2.2.3   Adhesives

Provide joint sealants as specified in Section 07 92 00  JOINT SEALANTS.  
For interior application of joint sealants, comply with applicable 
regulations regarding reduced VOC's, and as specified in Section 07 92 00  
JOINT SEALANTS.

2.2.4   Drips and Weep Holes

Provide continuous drips over heads of top ventilators.  Where fixed 
windows adjoin ventilators, drips must be continuous across tops of fixed 
windows.  Provide drips and weep holes as required to return water to the 
outside.

2.2.5   Combination Windows

Windows used in combination must be factory assembled of the same class 
and grade.  Where factory assembly of individual windows into larger units 
is limited by transportation considerations, prefabricate, match mark, 
transport, and field assemble.

2.2.6   Mullions and Transom Bars

**************************************************************************
NOTE:   Speci f y t he desi gn pr essur e used t o speci f y 
t he Per f or mance Gr ade or  t he Opt i onal  Per f or mance 
Gr ade f or  t he adj oi ni ng wi ndows.

**************************************************************************

**************************************************************************
NOTE:   I ncl ude t he br acket ed par agr aph i ncl uded 
under  t he " WI NDOWS"  headi ng f or  st at i c l oads when 
mi ni mum measur es of  ant i t er r or i sm/ f or ce pr ot ect i on 
( ATFP)  ar e r equi r ed and del et e t he f i r st  br acket ed 
sent ence i n t he f ol l owi ng par agr aph.

**************************************************************************

[Provide mullions between multiple window units to resist two times (2X) 
glazing resistance in accordance with ASTM F2248 and ASTM E1300.  ]Provide 
mullions with a thermal break.  Secure mullions and transom bars to 
adjoining construction and window units in such a manner as to permit 
expansion and contraction and to form a weathertight joint.[  Where window 
cleaner anchors are required, reinforce mullions and anchor to adjoining 
construction so as to provide safe and adequate support.]  Provide mullion 
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covers on the interior and exterior to completely close exposed joints and 
recesses between window units and to present a neat appearance.[  Provide 
special covers over structural support at mullions as indicated.]

2.2.7   Accessories

Provide windows complete with necessary hardware, fastenings, clips, fins, 
anchors, glazing beads, and other appurtenances necessary for complete 
installation and proper operation.[  Furnish extruded aluminum subframe 
receptors[ and subsill] with each window unit.]

2.2.7.1   Hardware

**************************************************************************
NOTE:   Use st ai nl ess st eel  har dwar e i n humi d 
l ocat i ons or  pr oj ect  l ocat i ons wi t h Envi r onment al  
Sever i t y Cl assi f i cat i ons ( ESC)  of  C3 t hr u C5.   Humi d 
l ocat i ons ar e t hose i n ASHRAE cl i mat e zones 0A,  1A,  
2A,  3A,  3C,  4C and 5C ( as i dent i f i ed i n ASHRAE 
90. 1) .   See UFC 1- 200- 01 f or  det er mi nat i on of  ESC 
f or  pr oj ect  l ocat i ons.

**************************************************************************

AAMA/WDMA/CSA 101/I.S.2/A440 .  The item, type, and functional 
characteristics must be the manufacturer's standard for the particular 
window type.  Provide [stainless steel ]hardware of suitable design and of 
sufficient strength to perform the function for which it is used.  Equip 
all operating ventilators with a lock or latching device which can be 
secured from the inside.

2.2.7.2   Fasteners

Provide concealed anchors of the type recommended by the window 
manufacturer for the specific type of construction.  Anchors and fasteners 
must be compatible with the window and the adjoining construction. Provide 
a minimum of three anchors for each jamb located approximately  150 mm  6 
inches  from each end and at midpoint.

2.2.7.3   Window-Cleaner Anchors

**************************************************************************
NOTE:   Wi ndow- cl eaner  anchor s shoul d be shown and 
speci f i ed f or  wi ndows havi ng si l l s  mor e t han 1800 mm 
6 f eet  above gr ade,  adj oi ni ng bal coni es,  or  
adj oi ni ng r oof s,  unl ess wi ndow cl eani ng met hods at  
act i v i t y make use of  anchor s unnecessar y.   
Coor di nat e wi ndow cl eani ng pr ocedur es and 
r equi r ement s wi t h usi ng act i v i t y.   When r equest ed by 
usi ng act i v i t y,  r emovabl e or  t i l t i ng- t ype sash may 
be pr ovi ded i nst ead of  anchor s.   Removabl e or  
t i l t i ng- t ype sash may be speci f i ed as Cont r act or  
opt i on when t hese uni t s ar e desi r ed by usi ng 
act i v i t y and ar e economi cal l y compet i t i ve wi t h 
doubl e- hung sash equi pped wi t h anchor s.   When 
appr opr i at e,  add t he f ol l owi ng at  end of  par agr aph 
WI NDOW- CLEANER ANCHORS:

" Removabl e or  t i l t i ng- t ype sash may be pr ovi ded i n 
l i eu of  doubl e- hung wi ndows equi pped wi t h wi ndow 
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cl eaner  anchor s.   Desi gn sash so t hat  bot h s i des of  
gl ass can be r eadi l y c l eaned f r om i nt er i or  wi t hout  
di smant l i ng any par t  of  wi ndow or  scr eens.   Pr ovi de 
r emovabl e and t i l t i ng- t ype sash wi t h t amper - pr oof  
har dwar e t o pr event  sash r emoval  by unaut hor i zed 
personnel."

**************************************************************************

Provide double head anchors for windows[ indicated][ specified].  Anchors 
must be stainless steel of size and design required for the window type 
and application, conforming to ASTM A276/A276M .  Provide two anchors for 
each single window[ and each adjacent fixed glass window unit].  Fasten 
anchors  1120 mm  44 inches  above the window sill utilizing appropriate 
methods for the window type and application in accordance with industry 
safety standards.

2.2.7.4   Window Anchors

Anchoring devices for installing windows must be made of aluminum, 
cadmium-plated steel, stainless steel, or zinc-plated steel conforming to 
AAMA/WDMA/CSA 101/I.S.2/A440 .

2.2.8   Finishes

**************************************************************************
NOTE:   Speci f y anodi c and or gani c coat i ngs as 
Cont r act or ' s opt i on when t hese f i ni shes ar e 
det er mi ned t o be economi cal l y compet i t i ve i n t he 
pr oj ect  ar ea,  unl ess t he pr oj ect  r equi r es use of  one 
or  t he ot her  t o mat ch an exi st i ng condi t i on.

**************************************************************************

Comply with NAAMM's "Metal Finishes Manual" for applying and designating 
finishes.  Exposed aluminum surfaces must be factory finished with an[ 
anodic coating][ or][ organic coating].[  Color must be [_____][ as 
indicated].] All windows[ for each building] must have the same finish.

2.2.8.1   Anodic Coating

**************************************************************************
NOTE:   Speci f y Ar chi t ect ur al  Cl ass I  i n l ocat i ons 
wi t h an Envi r onment al  Sever i t y Cl assi f i cat i on ( ESC)  
of  C3 t hr ough C5,  l ocat i ons wher e mi cr oenvi r onment s 
may cr eat e a l ocal l y cor r osi ve envi r onment  
r egar dl ess of  ESC ( e. g. ,  pr evai l i ng wi nds,  
vent i l at i on,  wat er f r ont  envi r onment s,  and 
penet r at i ons of  t he bui l di ng envel ope) ,  hi gh 
humi di t y i nt er i or  ar eas ( bat hr ooms,  l ocker  r ooms,  
pool s,  t r ai ner s) ,  ar eas open t o t he ext er i or  
( mechani cal  r ooms and hangar s) ,  and spaces t hat  ar e 
not  condi t i oned by desi gn or  may not  be condi t i oned 
dur i ng pr ol onged per i ods due t o depl oyment  or  
non- occupancy.   See UFC 1- 200- 01 f or  det er mi nat i on 
of  ESC f or  pr oj ect  l ocat i ons.   Speci f y Ar chi t ect ur al  
Cl ass I I  f or  al l  at mospher i c condi t i ons not  
r equi r i ng Cl ass I .

**************************************************************************

Clean exposed aluminum surfaces and provide an anodized finish conforming 
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to AA DAF45 and AAMA 611.  Finish must be:

[ a.  Architectural Class II (  0.01 to 0.0175 mm  0.4 mil to 0.7 mil ), 
designation AA-M10-C22-[A31, clear (natural)] [A32, integral color] 
[A34, electrolytically deposited color] anodized.

][ b.  Architectural Class I (  0.0175 mm  0.7 mil  or thicker), designation 
AA-M10-C22-[A41, clear (natural)] [A42, integral color] [A44, 
electrolytically deposited color] anodized.

] 2.2.8.2   Organic Coating

**************************************************************************
NOTE:   When anodi c and or gani c coat i ngs ar e 
det er mi ned t o be economi cal l y compet i t i ve i n t he 
pr oj ect  ar ea,  speci f y baked enamel  f i ni sh ( AAMA 
2603)  as an opt i on t o Ar chi t ect ur al  Cl ass I I ,  anodi c 
coat i ng or  hi gh- per f or mance f i ni sh ( AAMA 2604 or  
AAMA 2605)  as an opt i on t o Ar chi t ect ur al  Cl ass I ,  
anodi c coat i ng.

**************************************************************************

Clean and prime exposed aluminum surfaces.  Provide a[ baked enamel finish 
in accordance with AAMA 2603 with total dry film thickness not less than  
0.02 mm  0.8 mil ][ high-performance finish in accordance with [ AAMA 2604][
AAMA 2605] with total dry film thickness of not less than  0.03 mm  1.2 mils
].

2.2.9   Screens

AAMA/WDMA/CSA 101/I.S.2/A440 .  Provide one insect screen for each operable 
exterior sash or ventilator.  Design screens to be rewirable, easily 
removable from inside the building, and to permit easy access to operating 
hardware.  Manufacturers standard aluminum frame complying with SMA 1004  
or SMA 1201 .  Fabricate frames with mitered or coped joints or corner 
extrusion, concealed fasteners and removable PVC spline/anchors concealing 
edge of frame.

2.2.9.1   Insect Screen

Insect screen mesh to be[ Glass-fiber mesh, 18x16 of PVC-coated 
glass-fiber threads; woven and fused to form a fabric mesh in accordance 
with ASTM D3656/D3656M ][ Aluminum wire fabric, 18x16 mesh of  0.2794 mm  
0.011 inch  diameter coated aluminum wire].

2.3   SPECIAL OPERATORS

**************************************************************************
NOTE:   Remot e and gr oup oper at ed wi ndows wi l l  
r equi r e speci al  oper at or s.   I dent i f y t hese wi ndows 
on t he dr awi ngs and show met hod of  oper at i on.

**************************************************************************

For windows having operating hardware or locking or latching devices 
located more than  1800 mm  6 feet  above the floor, provide suitably 
designed operators or locking or latching devices necessary for convenient 
and proper window operation.
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2.3.1   Pole Operators

Poles must be of proper length to permit window operation from  1500 mm  5 
feet  above the floor.  Provide one pole operator for each room, and one 
pole hanger for each pole.  Locate hangers where directed.

2.3.2   Extension Crank Operators

Provide removable handles for crank-operated rotary-type operators located 
more than  1800 mm  6 feet  above the floor.  Provide one removable handle 
for each room.

2.3.3   Mechanical Operators

**************************************************************************
NOTE:   When mot or  dr i ven oper at or s ar e speci f i ed,  
speci f y el ect r i cal  char act er i st i cs i n Sect i on 
26 20 00,  I NTERI OR DI STRI BUTI ON SYSTEM.

**************************************************************************

Provide [manual] [electric motor driven] operators for group operation of 
continuous rows of windows [located [_____]  mm feet  above the floor].  
Operators must be capable of opening and closing windows without 
appreciable deflection, vibration or rattle.  Provide means of adjustment 
for transmission lines.  Provide operators to control window units in 
groups [as recommended by the window manufacturer] [or] [as indicated].

2.4   THERMAL-BARRIER WINDOWS

Provide thermal-barrier windows, complete with accessories and fittings, 
where indicated.

Specify material and construction except as follows:

a.  Aluminum alloy must be 6063-T6.

b.  Frame construction, including operable sash, must be factory-assembled 
and factory-sealed inner and outer aluminum completely separated from 
metal-to-metal contact.  Join assembly by a continuous, concealed, low 
conductance divider housed in an interlocking extrusion of the inner 
frame.  Metal fasteners, straps, or anchors must not bridge the 
connection between the inner and outer frame.

c.  Operating hardware for each sash must consist of spring-loaded nylon 
cushion blocks and pin locks designed to lock in predetermined 
locations.

d.  Sash must be completely separated from metal-to-metal contact by means 
of woven-pile weatherstripping, plastic, or elastomeric separation 
members.

e.  Operating and storm sash must be factory-glazed with the type of glass 
indicated and of the quality specified in Section 08 81 00  GLAZING.

2.5   MULLIONS

**************************************************************************
NOTE:   Dr awi ngs must  i ndi cat e t he pr of i l e and 
di mensi ons of  mul l i ons,  anchor age and r ei nf or ci ng 
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member s as r equi r ed f or  wi nd l oadi ng,  and t he t ype,  
pr of i l e,  and f ast eni ng syst em f or  t he mul l i on cover  
( scr ew- f ast ened or  snap- on) .

**************************************************************************

Provide mullions between multiple-window units where indicated.

Provide profiles for mullions and mullion covers, reinforced as required 
for the specified wind loading, and securely anchored to the adjoining 
construction.  Mullion extrusion will include serrations or pockets to 
receive weatherstripping, sealant, or tape at the point of contact with 
each window flange.

Mullion assembly must include aluminum window clamps or brackets screwed 
or bolted to the mullion and the mullion cover.

Mullion cover must be screw-fastened to the mullion unless otherwise 
indicated.

Mullion reinforcing members must be fabricated of the materials specified 
in AAMA/WDMA/CSA 101/I.S.2/A440  and meet the specified design loading.

2.6   WINDOW CLEANERS' BOLTS

Provide window cleaners' bolts for all windows  2100 millimeter  7 feet  or 
higher above finished grade, except for windows that can be removed and 
cleaned from the ground or from a lower roof level without the use of an 
extension ladder.  Provide two bolts for each single window unit and each 
fixed glass unit.  Locate bolts  1120 millimeter  44 inches  above the window 
sill.

Window cleaners' bolts must be double-head type, AISI Series 300 
corrosion-resistant steel, size and design complying with IWCA I-14.1 . 
Contact side of the bolts must be ground to fit flat against window 
jambs.  Bolts must be factory- or field-attached before windows are set.  
Reinforce backs of frames to receive bolts with  6 by 150 millimeter  1/4 by 
6-inch  corrosion-resistant steel or aluminum plates bolted or welded to 
the frames at the factory.  Special wall anchors must be provided on 
frames at the point of bolt attachment.

PART 3   EXECUTION

3.1   SCHEDULE

Some metric measurements in this section are based on mathematical 
conversion of inch-pound measurements, and not on metric measurement 
commonly agreed to by the manufacturers or other parties.  The inch-pound 
and metric measurements are as follows:

 PRODUCTS INCH-POUND METRIC

 Metal Casing 0.0625 inch 1.59 mm
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 PRODUCTS INCH-POUND METRIC

 Aluminum Tube (Diameter) 0.0625 inch 1.59 mm

1 inch 25 mm

3.2   INSTALLATION

3.2.1   Method of Installation

Install in accordance with the window manufacturer's printed instructions 
and details.  Build in windows as the work progresses or install without 
forcing into prepared window openings.  Set windows at proper elevation, 
location, and reveal; plumb, square, level, and in alignment; and brace, 
strut, and stay properly to prevent distortion and misalignment.  Protect 
ventilators and operating parts against accumulation of dirt and building 
materials by keeping ventilators tightly closed and locked to frame.  Bed 
screws or bolts in sill members, joints at mullions, contacts of windows 
with sills, built-in fins, and subframes in mastic sealant of a type 
recommended by the window manufacturer.  Install and caulk windows in a 
manner that will prevent entrance of water and wind.  Fasten insect 
screens securely in place.

Any materials that show visual evidence of biological growth due to the 
presence of moisture must not be installed on the building project.

3.2.2   Dissimilar Materials

Where aluminum surfaces are in contact with, or fastened to masonry, 
concrete, wood, or dissimilar metals, except stainless steel or zinc, 
protect the aluminum surface from dissimilar materials as recommended in 
the Appendix to AAMA/WDMA/CSA 101/I.S.2/A440 .  Do not coat surfaces in 
contact with sealants after installation with any type of protective 
material.  Do not apply coatings or lacquers to surfaces to which caulking 
and glazing components must adhere.

3.2.3   Anchors and Fastenings

Make provision for securing units to each other, to masonry, and to other 
adjoining construction.  Windows installed in masonry walls must have head 
and jamb members designed to recess into masonry wall not less than  11 mm  
7/16 inch .

3.2.4   Adjustments After Installation

After installation of windows and completion of glazing and field 
painting, adjust all ventilators and hardware to operate smoothly and to 
provide weathertight sealing when ventilators are closed and locked.  
Lubricate hardware and operating parts as necessary.[  Adjust double hung 
windows to operate with maximum applied force of 25 pounds in either 
direction, not including breakaway friction force.]  Verify that products 
are properly installed, connected, and adjusted.

3.3   CLEANING

Clean interior and exterior surfaces of window units of mortar, plaster, 
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paint spattering spots, and other foreign matter to present a neat 
appearance, to prevent fouling of weathering surfaces and 
weather-stripping, and to prevent interference with the operation of 
hardware.  Replace all stained, discolored, or abraded windows that cannot 
be restored to their original condition with new windows.

        -- End of Section --
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